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ABSTRACT

Structure and Assembly of Macromolecular Compartments

Curt Waltmann

The relationship between the structure and function of proteins is a fundamental prob-
lem in biology with implications for the future of biotechnology and global health. For
example, changes to the structure of a coronavirus spike protein led to a global pandemic
where our best defenses were vaccines that could only be designed with an intricate knowl-
edge of the virus’s structure. Proteins, such as those that comprise a virus’s shell, are
often thought of as completely distinct from synthetic polymers, due to their rigid, folded
structure. However, unfolded, intrinsically disordered proteins and proteins with unfolded
domains known as intrinsically disordered regions show semi-flexible polymer behavior,
challenging this classification. Thus, it is necessary to understand the function of amino
acid sequences that lack structure, such as the intrinsically disordered proteins found in
membraneless organelles, which are involved in spatiotemporal control of cell metabolism.
This dissertation will investigate how the properties of macromolecular assemblies are de-
termined by the structural properties of their components both biological and synthetic.

It includes collaborations with experimentalists, which show how these properties impact



material function in applications where species are compartmentalized including water

filtration, plastic upcycling, gene therapy, and bio-nanoreactors.
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(a) Chemical structure, Martini parameterization, coarse grain model,
illustration, and simulation snapshot of the anionic random copolymer.
(b) Chemical structure, illustration, and coarse grain model of the
cationic random copolymer. (c) lllustration and simulation snapshot of
complexation between the anionic random copolymer and the cationic
random copolymer. (d) Chemical structure of organic molecules used
in experiments. (e) Coarse grain model of organic molecules used in
simulations. Red and green beads correspond to positive and negative
charges respectively, while tan beads are hydrophobic, and blue beads

are hydrophilic. 62

(a) Filtration results. For each of the three dyes, the results are
averages from three separate ltration samples. Crystal violet and
phenolphthalein are quantitatively removed. For per uorooctanoic acid,
results for one and three ltrations on a sample of per uorooctanoic acid
are shown. Error bars are standard deviations from three runs of a single
sample. (b) Images of 2 g/mL aqueous solutions of crystal violet before
(left vial) and after (right vial) addition of 100 L of anionic copolymer

solution (66 mg/mL). (c) Images of 2 g/mL aqueous solutions of
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crystal violet before (left vial) and after (right vial) encapsulation in a
polyelectrolyte complex of anionic and cationic copolymer. (d) Visible
absorbance spectra of a 2g/mL solution of crystal violet in water

as a function of added anionic copolymer solution (66 mg/mL). A
signi cant solvatochromic shift is observed upon addition of trace levels

of copolymer solution. 68

Distributions of di erent bead types in the Martini (right) and Coarse
Grain (left) versions of the micelles. Both models show that the
anionic polymers can form spherical micelles with dimensions of 4-5 nm.
Distributions of beads which are hydrophobic are colored gold in both
models and compose the hydrophobic cores of the micelles. Hydrophilic
beads in both models are colored blue and form the corona of the
micelles. The negatively charged beads in both models are colored teal
and sit at the edge of the hydrophobic core about 2 nm from the center
of mass. In the Coarse Grained model, more stretched conformations
are observed when interacting with the cationic copolymers, similar to

the Martini model. 70

Probability of a chain being in a certain sized cluster, where the cluster
size is measured as a fraction of the nite sized simulation, as a function
of polymer charge ratio, which is de ned as the ratio of the number of
positive charges to the number of negative charges in polymer clusters
(the system is electrically neutral due to counterions). At low charge

ratio, free micelles, small clusters, medium-sized clusters, and large
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clusters comprised of nearly every chain are observed (left). As the
polymer charge ratio is increased above 1, there is an electrostatic
driving force for the free micelles to enter the dense phase; the free
micelles should be incorporated in the dense phase even if it is not
connected through hydrophobic interactions (center). As the charge
ratio is further increased to 2 and above, the medium-sized clusters
e ectively disappear, leaving the polymers in one dense phase (red test
tube). This agrees well with experiments where a polymer charge ratio

above 3 is necessary to drive all the polymers into a macroscopic phase. 74

(a) Calculations of charge heterogeneity for charges on polymers. The
simulation box is split into smaller cells of di erent lengths,L, and

then the e ective charge from the polymers in these boxes is calculated
according to eq 2.2. Box sizes of 2.5 and 5 nm show two peaks where
the e ective charge ist 1. This shows how the hydrophobic energy of
the polymers leads to local charge segregation in these polyelectrolyte
complexes. (b) Calculations of charge heterogeneity for charges on
polymers and counterions. The same calculation is performed as
described above. Free counterions help to negate some of this charge
segregation, but at small length scales, the two peaks are still observed.
At larger length scales, with a Gaussian distribution centered at 0O,

e ective charge is observed. (c) Electrostatic driving force for dye

segregation. The electrostatic energy of di erent dyes when they are
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free in solution and segregated in the complexes as well as the energy

di erence between the states. 76

(a) Percentage segregation for the seven simulated dyes. The ratio of
dyes to polymer monomers is 1:130, and the volume fraction of polymers
is 10%. Segregation is de ned as any hydrophobic dye bead being
within a cuto distance from a hydrophobic polymer bead. Almost

all condensation occurs on the anionic polymers, which form stretched
micelle-like structures with hydrophobic cores. The more hydrophobic a
dye is, as measured by the number of hydrophobic beads, the higher the
percentage segregated. Adding a charged bead to a hydrophobic dye
always decreases the percentage segregated. (b) Circular variance as a
measurement of dye location within hydrophobic domains. The circular
variance is used to measure the degree of hydrophobic burial of a dye.
It is calculated by taking the length of the vector sum of all the unit
vectors from the dye to hydrophobic beads that are within the cuto
distance. This is then divided by the number of vectors and subtracted
from 1. Thus, 1 is the maximum burial, and 0 is the minimum. (c) The
position of dyes within hydrophobic domains as measured by circular
variance. Left and center show speci ¢ comparisons for dyes with and
without charges. The uncharged dyes are always much more buried.
The right shows how the degree of burial continues to increase as the

number of hydrophobic beads in the dye is increased. 78
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A full description of the bonded parameters for the random anionic
copolymers. Angle names (see Table 2.4) are italicized and bond
names (see Table 2.3) are underlined. Bead names control which the

Lennard-Jones parameters all come from the martini force eld. 85

Schematic of polymer complexes and polymer adsorption onto PET.
(a) Diagram of polyelectrolyte complex of random copolymers with
adsorption of PET nanopatrticles. (b) Chemical composition of the
anionic and cationic copolymers. (c) Coarse-grained molecular dynamics
simulation of anionic copolymer adsorbing onto PET. (d) Picture of
nanoplastic spiked solution (left) and the polyelectrolyte complex formed
after addition of random copolymer solutions, which has accumulated

on a stir bar. (right) 92

Image of PET nanoplastics and remediation rates from water. (a) SEM
image of PET nanoplastics synthesized through a nanoprecipitation
technigue. (b) Remediation rates of nanoplastics for complexes that
include polymer samples 1-4, which have a similar charge fractioRy
denotes the fraction of hydrophobic monomer of the polymer sample.
(c) Remediation rates of nanoplastics for complexes that include
polymer samples 1, 5, and 6, which have roughly 50% more hydrophobic
monomer than hydrophilic monomer.Fc denotes the fraction of charged

monomer of the polymer sample 94



3.3

3.4

4.1

17

Polymer adsorption onto PET vs hydrophobic fractionF, with
experiments and simulation. (a) Mass of polymer adsorbed by samples
1-4 onto a Im of PET as measured by QCM. The error bars are
approximately the size of the markers used in the plot. (b) Simulation
results of hydrophobic contacts between anionic copolymers and PET

surface. 96

Simulation results for polyelectrolyte complexes with varying
hydrophobic fraction of the anionic copolymerFy.anionic - (&) Scattering
functions for Fy.anionic = 25, 35, 45, and 55 all show peaks at q =
0.56nm ! and some show a smaller peak at q = 0.78m . These
peaks correspond to the spacing between domains, which10nm.

(b, d) Snapshots of the most and least hydrophobic complexes. (c,e)
Local hydrophobic monomer density distributions show multiple peaks
for the least hydrophobic complexes at length scales smaller than the

interdomain spacing. 97

Description and models of PETase and the random copolymers. (a)
GoMartini model of PETase in magenta with the active site in gray.

(b) The secondary structure of PETase is shown with the same color
scheme as in (a). The active site is shown using the van der Waals
representation to highlight the cleft-like binding pocket for PET. (c)
Surface representation of PETase. (d) Chemical and Martini description
of the methacrylate-based random copolymers. Hydrophobic beads are

tan, while hydrophilic beads are blue, and negatively charged beads
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are cyan. Fy, F_, and F refer to the percentage of the respective
monomer in the random copolymers. (e) Snapshot of the Martini

random copolymer model with the colors corresponding to (d). 108

Comparison of the GoMartini PETase (b) alone to atomistic simulations
(a) and to the GoMartini PETase complexed with random compolymers
as the temperature is increased (b). RMSD is used to measure the
conformation relative to the crystal structure with higher values
signifying more deformation. (a) Results for the atomistic model show
a general increase in the RMSD of the protein as well as the active site
as is expected based on known decreases in activity with increasing
temperature. (b) The GoMartini model shows an increase in RMSD for
the whole protein and the active site at 320K, but at 350K the active
site RMSD decreases, unlike the entire protein backbone. The active site
RMSD may be inaccurate at high temperatures, but can still be used
as a baseline to measure the thermal stability of the PETase-polymer
complexes. In these complexes, temperature dependence of the whole

protein and active site conformation is nearly eliminated. 110

Random copolymer complexation with the PETase protein for di erent
mean polymer compositions.F is the percentage of hydrophobic
EHMA, F s the percentage of negatively charged SPMA arfel is the
percentage of hydrophilic OEGMA-9. These percentages sum to 100
and thus F_, which is not displayed, is 100 ¥, - F . (a) The number

of contacts is shown as a function of composition at 298K. A maximum
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is observed at very low percentages of EHMA and higher percentages of
SPMA, while a local minimum is observed aFy =20%. (b) Simulation
snapshot of a wrapped polymer conformation, which occurs at low
values of Fy and is characterized by a high percentage of contacts
between the enzyme and polymer backbone. (c) Simulation snapshot of
a globular polymer conformation, which occurs at high values &% and

Is characterized by micelle-like behavior of the amphiphilic polymers. 112

Hydrophobic interactions a ect PETase-random copolymer
complexation. (a) The fraction of contacts that involve hydrophobic
polymer beads. There are two local maxima, one at very loiy where
the polymer backbone wraps around the protein surface and one at high
Fn where the EHMA increases the baseline hydrophobic fraction of the
polymer. (b) The fraction of these hydrophobic contacts that occur

on the hydrophobic surface of PETase is lower than the hydrophobic
surface fraction of PETase. This struggle to optimize the interaction
could be related to ill-de ned hydrophobic domains due to partially
hydrophobic amino acids in the Martini model. However, polar-polar
interactions seem to be optimized and this increases as charge is added,

while the opposite occurs for hydrophobic-hydrophobic interactions. 113

Including negatively charged monomers increases contact with positive
surface domains. (a) and (b) show PETase with only the surface
potential and with additional contacts (ACs) overlaid respectively.

One can see that the yellow and cyan sites preferred whén=10%
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are overwhelmingly on the positive part of the protein due to the
addition of negative charge to the polymer. (c) and (d) show the a
rotated orientation of the protein. The full data set for this gure, more
method description, and higher temperature results can be found in the

Appendix Figure 4.9. 115

Less perturbed active sites are stabilized by additional contacts near
the active site. (a) The distribution of active site RMSDs at 298K

and 320K. The less perturbed active sites are colored in blue while the
more perturbed active sites are colored in red. Each point refers to a
di erent polymer composition and the line refers to PETase alone at
298K. These are the groups being compared in (c) and (d). (b) Surface
representation of PETase with no excess contacts shown for comparison.
(c) Comparison at 298K shows many additional contacts (ACs) around
the active sites for less perturbed compositions. These contacts stabilize
the active site instead of further perturbing it at 320K (d) as well. The
full data set for this gure and more method description can be found

in the Appendix, Figure 4.13. 118

Activity of PETase and PETase/copolymer complexes at two di erent
PETase:copolymer molar ratios. (a) Specic activity against small

molecule substrate p-nitrophenyl acetate after one hour incubation at
various temperatures. Error bars represent standard deviation over 3
replicate experiments (b) PET degradation activity over ve hours at 35

°C. Error bars represent the 95% con dence interval on activity values. 119
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Contacts at Elevated Temperature. At 320K and 350K the same trends
are observed in terms of which compositions lead to the most contacts
and the fraction of those contacts that are hydrophobic. In general,
the total number of contacts does decrease for every composition as
temperature is increased, while the fraction of those contacts that are

hydrophobic increases. 128

Charged Polymers A ect Spatial Distribution of Contacts. In Figure 4.5
in the main text, we show that the positive section of the protein is more
contacted when negative charges are present on the polymers. Here,
we explain the full methodology. The rst step is calculate the average
number of contacts between the random copolymers and every single
bead that makes up the GoMartini PETase. Then we average that
over all compositions withF =0% and do a separate average over all
compositions withF =10%. Then we subtract theF =0% data from
the F =10% data. That is what is shown at the top of (a), (b), and (c)
with the active site shown in dashed gray lines. At the bottom of (a),
(b), and (c) We then take that data and graph the spatial position of
those bead in spherical coordinates if they meet the cut o threshold of
having an absolute value equal to or greater than 1 as described in the
legend at the bottom of (a). In Figure 4.5 in the main text, any residue
featuring a bead that reaches a threshold value at the bottom of (a) at
298K is colored over the electrostatic surface potential of the protein.

This shows that these excess contacts fér =10% occur on the positive
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part of the protein. In (b) and (c), we also show this spatial distribution
for 320K and 350K. This shows that although the exact beads that
break the threshold value change, the preference for the same region of

the protein in spherical coordinates is clear. 129

The distribution of RMSD values when polymers are attached. The
data for attached polymers is shown as a boxplot with individual
data points corresponding to di erent polymer compositions. The box
extends from the rst quartile of the data to the third quartile meaning
half of the distribution is inside the box. A line is drawn at the median.
The protein by itself is shown in red as a single average point and the
distribution represented by the standard deviation and thus 66% of the
data is inside the red bars. These data as a function of composition
can be found in the Appendix Figures 4.11 and 4.12 respectively. (a)
The distribution of the active site RMSD values at 298K and 320K.
350K is not shown due to inconsistencies in the active site behavior of
the atomistic and GoMartini models at 350K.The distribution is much
wider when polymers attached suggesting the active site conformation
is modi ed and not just \trapped" by the presence of the polymers. (b)
The distribution of the whole protein RMSD values at 298K, 320K, and
350K. This distribution when polymers are attached is narrower than

the active site RMSD in (a). 130

Active site RMSD as a function of polymer composition at 298K (a),

320K (b), and 350K (c). For each temperature the colorbar is adjusted
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to be centered at the active site RMSD value of the GoMartini PETase
active site with no polymers bound. This is done to provide a direct
comparison between the bound states and unbound state of PETase. For
each temperature, there is little to no trend in active site RMSD based
on the polymer composition. In the main text we describe how this
likely due to an inability of composition to control contacts speci cally

on the active site. However, above 298K the active site RMSD tends to
be lower than the PETase alone across compositions. This is the same

data that is displayed in Figure 4.10(a). 131

Whole protein RMSD as a function of polymer composition at 298K (a),
320K (b), and 350K (c). For each temperature the colorbar is adjusted
to be centered at the whole protein RMSD value of the GoMartini
PETase active site with no polymers bound. This is done to provide

a direct comparison between the bound states and unbound state of
PETase. For each temperature, there appears to be a slight trend where
compositions with more charge and hydrophobicity have lower RMSD

values. This is the same data that is displayed in Figure 4.10(b). 132

Active site conformation is a ected by polymer contacts. In Figure 4.6
in the main text, we show how compositions with less perturbed active
sites have more contacts very near the active site than those with more
perturbed active sites. Here, we show the raw data for that gure. In
(a) and (b) we see the subtraction of the average number of contacts

for compositions with more perturbed active sites from those with less
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perturbed active sites. In (c) and (d) we apply the threshold absolute
value of one and graph the beads which meet those values in spherical
coordinates. The yellow dots are positive meaning that these spots have
at least one more polymer contact on average for less perturbed active
sites. The purple dots are negative meaning that they have at least one
more contact when the active site is more perturbed. The positive -
negative convention is just based on how the subtraction was done. In
(e) and (f) these distributions are shown on the GoMartini model to get
a fuller sense of where the contacts are relative to the active site. (g) is

just the GoMartini model and is provided as a comparison. 133

The pdu operon in Salmonella enterica serovar Typhimurium LT2
contains the genes encoding proteins responsible for formation of the
1,2-propanediol utilization microcompartment (Pdu MCP). These
include enzymes that perform both key pathway steps and cofactor
recycling functions (orange) and shell proteins that encase these enzymes
(bacterial microcompartment, BMC, domain-containing genes shown

in blue, bacterial microcompartment vertex, BMV, domain-containing
gene shown in green). Notably, only one shell protein in th@u operon,

PduN, contains a BMV domain. 139

(a) Depiction of di erent pdu operon genotypes used in this gure. (b)
Coomassie-stained SDS-PAGE of puri ed Pdu MTs (PduN) and Pdu
MCPs (WT) comparing the protein content in these puri ed structures,

where labels indicate the Pdu protein the band corresponds to (i.e.
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C/G for PduC/PduG), except for Lys, which indicates lysozyme.
(c) Comparison of structures formed in Pdu MCP-forming strains
(WT) and Pdu MT-forming strains ( PduN). Scale bars in optical
and uorescence micrographs are 5m. (d) Phase contrast and GFP
uorescence micrographs showing the impact of increased PduN-FLAG
expression on the formation of Pdu MT structures versus closed Pdu
MCP structures, where increasing arabinose concentration correlates
with increasing expression of the PAuN-FLAG protein o the pBAD33
plasmid. Scale bars in optical and uorescence micrographs are 5
m. (e) Coomassie-stained SDS-PAGE, anti-FLAG western blot, and
negatively stained TEM on Pdu MCPs puri ed from a pduN knockout
strain supplemented with PduN-FLAG o a plasmid. Source data
for (b) and (e) are provided as a Source Data le in the original
manuscript [1]. Similar results to those reported in (b{e) were observed
across three independent biological replicates, except for TEM imaging
of thin cell sections, which was performed on multiple cells in a given

biological sample, but not with biological replicates. 141

(a) Schematic of the 1,2-propanediol utilization pathway encapsulated in
Pdu microcompartments. (b) Strains containing di erent compartment
geometries (MCPs in Wild Type, blue lines, MTs in PduN, green
lines), without compartment expression ( PocR, grey lines), and with
broken compartments ( PduA PduJ, red lines) grown in minimal

media (NCE) with 1,2-propanediol as the sole carbon source. Data are
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presented as mean values standard deviation over three biological
replicates. (c) Concentration of key pathway metabolites over the course
of the growth described in (b). Data are presented as mean values
standard deviation over three biological replicates. Source Data for
panels (b) and (c) are provided as a Source Data le in the original

manuscript [1]. 144

(a) Schematic of the PduA-PduN interface used for these simulations,
where PduA is shown in blue and PduN is shown in green. (b) Potential
of mean force (PMF) calculated from AAMD simulations as a function
of bending angle, g, between PduA and PduN. G o .4 Iis the

di erence in the PMF between the 0 and 40 bending angles. (c)
PMF calculated from AAMD simulations as a function of the distance
between PduA and PduN, used to calculate the total interaction energy
( G) between these two oligomers. (d) Schematic of the PduA-PduA
interface used for these simulations. (e) PMF calculated from AAMD
simulations as a function of bending angle,g, between two PduA
hexamers. G o s34 Is the dierence in the PMF between the 0 and
34 bending angles. Calculations used calculate data points in (b), (c),
and (e) are described in Method section. Error bars on plots in (b),
(c), and (e) represent the sampling error on the calculated energies,
estimated by splitting simulation data into di erent sections and

observing the di erences in the calculated potential as described in the
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Methods section, Calculation speci cs. Source data for plots (b), (c),

and (e) are provided as a Source Data le in the original manuscript]. 149

(a) Representative snapshot from the all-atom molecular dynamics
simulation at the lowest energy 40 bending angle. The inset
shows a short range cation-pi interaction between Arginine 66 on
the PduA hexamer and Phenylalanine 71 on the PduN pentamer.
(b) Representative snapshot from the all-atom molecular dynamics
simulation at a 70 bending angle. The inset shows hydrogen bonding
between Asparginine 67 on each PduA hexamer. This is believed to

explain the second well in the bending potential landscape in Fig. 5.4e. 150

(a) PMF calculated from AAMD simulations as a function of the
distance between HO Hex and HO Pent, used to calculate the total
interaction energy ( G) between these two oligomers.(b) Potential of
mean force (PMF) calculated from AAMD simulations as a function

of bending angle, g, between HO Hex and Pent. G o .3, is the

di erence in the PMF between the 0 and 30 bending angles. (c)
Schematic of the HO Hex-HO Pent interface used for these simulations,
where HO Hex is shown in blue and HO Pent is shown in orange.
Hydrogen bonds between oppositely charged amino acids form at the
bottom the interface.(d) PMF calculated from AAMD simulations as a
function of the distance between HO Hex and HO Hex, used to calculate
the total interaction energy ( G) between these two oligomers. (e)

PMF calculated from AAMD simulations as a function of bending angle,
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s, between two PduA hexamers.G o s»; is the dierence in the
PMF between the 0 and 21 bending angles. (f) Schematic of the HO
Hex-HO Hex interface showing the formation of Arginine pairs at the
bottom interface. Calculations used calculate data points in (a), (b),
(d), and (e) are described in the Methods section. Error bars on plots
in (a), (b), (d), and (e) represent the sampling error on the calculated
energies, estimated by splitting simulation data into di erent sections
and observing the di erences in the calculated potential as described in

the Methods section, Calculation speci cs. 152
Balance of forces in calculation df , (z). 158

Mapping between bending angleg (degrees), and the distance between

the centers of mass of the pentamer and hexamer, z (nm). 159

Histograms showing the parallel \windows" used to calculate the
potential of mean force. The overlap of the windows is shown by the
distance between the centers of mass of the pentamer and hexamer, z

(nm). 160

(A) Images of VP1 based on protein data bank (PDB) entry 1SVA

[2] and its coarse-grained equivalent. The pink beads are rigid and
represent the globular portion of the protein. The modeled VP1
pentamer can be split into 5 identical units, just as the real VP1
pentamer contains 5 chains with the same primary structure. Each unit

has a rigidly attached C-terminal ligand comprised of nine beads which
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are only rigid in the middle (but are freely rotating) and terminate by a
purple connector bead.(B) The connector beads hybridize with the cyan
connection site with an energy given by the parameter. Each unit also
contains an N-terminal ligand made of 5 exibly connected beads. The
rst two are uncharged while the last 3 represent the positively charged

residues found on this part of the VP1 protein. 167

The two general cases of the implicit ion model. (Left) The case of
screened electrostatics where the salt provides uniform screening of
the electrostatic interactions present in the system. The strength of
this screening is given by the Debye screening lengthy, as shown in
Equation 6.1. (Right) The case of template binding at high salt. We
model this by putting the g =0 and adding a short range attraction,

, that comes from depletion since Debye-Huckel is not valid (Equation

6.2). 168

The T = 1 capsid is made of N=12 VP1 pentamers. The relative
potential energy per VP1 and pairwise distance distribution of the
capsid as a function of the template diameter is measured by rst
allowing 12 VP1 pentamers to bind to a large template and then slowly
reducing the size of the capsid such that no VP1 pentamers are released
during this process illustrated at the top left of the gure. Results on

the bottom left show that the minimum of the potential energy occurs

at a template diameter of 9 nm. On the bottom right, we see 3 peaks

matching the icosahedral symmetry (see main text) and large regions of
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zero probability, indicating the static nature of the VP1 pentamers in
this con guration. Since this static T = 1 con guration is stable over
many template sizes we believe that it would also be robust against
changes in template size based on changes in salt, pc., provided
that these changes do not impact the VP1-VP1 or VP1-template
interactions too much. This minimum energy structure also recovers
the presence of a three helix triangle located at the three fold symmetry
points of the icosahedrond], shown at the top right. The image of the
three-helix triangle with the scale bar was adapted with permission from
Kler et al.,, ACS Chemical Biology 2013, 8, 2753{2761. Copyright 2013

American Chemical Society. 170

(Left) The N=13 shows deviation from the icosahedral symmetry
observed in the case of the N=12T = 1 capsid. Instead, a Six-
coordinated VP1 pentamer is observed (top left), consistent with

the Euler formula for closed shells made of regular polygons. The
six-coordinated VP1 pentamer is also mobile as shown by the absence
of zero-probability regions in the pairwise distribution function (which
were observed for N=12 in Figure 6.3). (Right) This structure is only
favored over theT = 1 for 12nm and above templates where it has a
lower energy per VP1 pentamery=) than the T = 1 capsid. At smaller
template diameters, one VP1 pentamer will be spontaneously released

and the T =1 capsid reforms. 172



6.5

6.6

6.7

31

The N = 10 capsid can adopt di erent con gurations based on the
curvature of the template.(Right) The 11 nm template shows icosahedral
symmetry like the N = 11 and T = 1 case, just with two holes that

are second nearest neighbors. (Left) For templates less than 11 nm, the
capsid shows half of the template with a 5 fold symmetry, while the

other 4 VP1 pentamers are found in an unstructured state. 174

Fraction of Templates withN bound pentamers at di erent time points
along the simulations. Assembly ol = 1 capsids is sensitive to added
salt concentration as shown by the fraction of templates having N=12
capsids at t=5/5. (Left) Assembly occurs only slightly faster when
the Debye length is increased relative to biological salt conditions
(Center).(Right) Having only short ranged attraction decreases the
observed fraction ofT = 1 capsids assembled even when the attraction

Is strong. 176

An example of binding of the nal VP1 pentamer to an N=11 capsid
during a simulation using = 8kgT, 4 =1:0nm,g¢ =0, and a
10nm template. The black arrows point forward in time, while the
red arrow points to a decrease in the total free energy. The process
requires cooperative interactions between the nal VP1 pentamer, the
bound VP1 pentamers, and the template. This process shows that the
C-terminal ligands stabilize the 12h VP1 pentamer on the partially
assembled capsid until it nds an orientation where it can bind to the

surface of the template. To nd this orientation, the VP1 pentamer
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searches a rough free energy landscape and thus it is important that the

interactions are weak enough to be reversible. 178

An illustration of the shortcomings of the simplistic model to represent
the ease of making the rst contact. Considering the full extensibility of
the connector domain, the rst contact between a partial capsid and a

VP1 pentamer can occur at a much longer interaction distance. 179

(Top) The di erence between the simplistic and extended model is
displayed both in an initial conformation and in a typical conformation
of a free VP1 pentamer. (Bottom) Inclusion of the full length connector
in the model increases the rate of assembly. Moile = 1 capsids are

present at every step of the simulations. 180

Assembly simulations around spherical templates with a diameter of
10 and 11 nm. The top gures show the fraction of templates with N
bound VP1 pentamers as a function of the fractional simulation time, t.
The bottom shows the pairwise distance distributions of VP1 pentamers
in each case. A peak is observed & = 10 pentamers on the 10 nm
template owing to lack of available binding sites, as compared to the
11 nm case. The lack of available template binding sites is shown by the
lack of icosahedral symmetry seen in the pair distribution (especially at
t = ). 182
The full proposed growth mechanism of VP1 pentamers to an incomplete
or pseudo-closed template. The VP1 pentamer rst contacts a stray

C-terminal ligand of a VP1 pentamer already bound to the template.
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This binding can happen at large distances due to the length of the
connector domains. If the capsid is incomplete, cooperative interactions
can then bring the VP1 pentamer and the incomplete capsid together,
and align them such that the nal VP1 pentamer perfectly ts into

the icosahedral hole on the template. This process is referred to as
the elongation growth mechanism. If the capsid is pseudo-closed,
the connected VP1 will have to allow the capsid to dynamically
rearrange in order to add a VP1 pentamer to the capsid in a much
slower process. The images at the bottom show what appears to be
C-terminal ligand connections being made by free VP1 pentamers on
pseudo-closed patrticles larger thail = 1 and smaller than T = 7 using
electron microscopy4], republished with permission of the Microibology
Society, from Simian Virus 40 VP1 Capsid Protein Forms Polymorphic
Assembliesin Vitro , Kanesashiet al., Journal of General Virology 2003,
84, 7, 2003; permission conveyed through Copyright Clearance Center,
Inc. It should be noted that there is no template in this image and thus
the VP1 pentamers are connected to the pseudo-closed capsid and to

each other only by C-terminal ligand interactions. 184

6.12 Part A shows the coarse grained structure of the VP1 including the
globular body, C-terminal ligands, and N-terminal ligands. A full
description of the individual beads that make up these sections and
the potentials and parameters, which control their functionality is

described in detail in the main text. Part B shows the addition of the
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full C-terminal ligand length upon updating the model. The parameters
and potentials for the 'S’ beads that make up this section of the VP1

are also described in detail in the main text. 191

Assembly products at di erent values of under biological salt conditions
( ¢ = 1nm) is shown through distributions of bound pentamers to

the templates and snapshots of the simulation box. Maximal assembly
is observed at 8KT whereas no assembly is observed at gk. At

10k T kinetically trapped, glassy states form. =7 and 9kg T show

intermediate behaviors. 197

Distributions of the number of bound VP1 pentamers at di erent
N-terminal ligand charge fractions. Simulations are run with = 8kgT,

¢ = 1:0nm,and an 11 nm template. The charge fraction of the
N-terminal ligand is ¢Z; . As the fraction of charge is decreased, initially
little di erence is observed, followed by an increase in the polydispersity
of N 10 particles increases. Nucleation of the particles then becomes
limited and eventually, at N-terminal ligand charge fraction of @, the

nucleation of particles is completely blocked. 198

The N=11 capsid forms a nearly perfect icosahedron with one missing
vertex. The top of the gure shows this visually whereas the bottom of
the gure shows it through the preservation of the icosahedral pairwise
distribution from the T = 1 case. The important di erence between this
pairwise distribution and that of the T = 1 is the presence of non-zero

probability throughout the distribution in the N=11 case (bottom). It
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re ects the dynamic movement of the hole whereas th€ = 1 capsid is

static (see main text). 199

(a) The 1,2-propanediol utilization (Pdu) microcompartment shell is
comprised of many di erent types of alphabetically named shell proteins
including hexamers, pseudohexameric trimers, and a pentamer. (b)
Secondary structure representations of the shell proteins which are
selected for all-atom simulations probing their interactions with one
another. (c) An example of the nal complete shell in the coarse-grained
model containing all three di erent coarse-grained shell proteins named
A, B, and Z (d). The colors in (b) and (d) represent similar interaction

strengths in the coarse-grained and all-atom simulations. 207

Molecular dynamics models of the assembly. (a) Our model consists
of cargo beads, C, and three di erent hexamers denoted by A, B,
and Z, each comprised of di erent types of beads (i.e., S1-S6, where
S=A, B, or Z) that are connected in a rigid body. All bead types
are equivalent across species except that their interaction energies
are determined by parameters named for the two types of hexamers
interacting (i.e., Uag , Ugz, Uaz ). All possible interactions are shown in
the matrices in (d), (e), and (f). This includes interactions with other
hexamers of the same typeUaa, Ugs, Uag ) and cargo interactions,
Uac, Usc, and Uzc, which are the last column of (f). In the single
hexamer system, shell proteins are simply abbreviated as S and have

interaction parametersUss and Usc. The total shell protein-shell
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protein interaction strength is 3*Uss in units of thermal energy,kg T,
since it is comprised of multiple interactions on the interface. The
shell protein-cargo interaction strength is simply ifJsc in units of kg T
since there is only one interaction as shown. A full list of the forms
and of these potentials can be found in the SI. (b) The cargo beads
attract each other such that they form a phase separated liquid droplet.
This attractive cargo-cargo interaction is constant throughout. (c)

An example of a complete shell. (d) Interaction matrices describe all
shell-shell and shell-cargo interactions in the simulation for the case of
one type of shell protein, (e) two types of shell proteins, and (f) three
types of shell proteins. These parameters correspond to the interactions

shown in (a). 209

General results for the single shell protein system. (a) The six di erent
types of structures formed are shown along with which interactions
lead to their formation in a phase diagram. The x and y axes are

the shell-shell interaction, Uss, and shell-cargo interaction,Usc,
respectively. (b) The numbers correspond to the shell qualityQsher
which measures the amount of defects (other than 12 pentameric holes)
present with 1.00 meaning only those 12 gaps are present. Shells with

higher shell-cargo interactionUsc, tend to have less defects. 212

Details on one component assemblies which form shells where

Qshell 0:94 . (a) The size of single component shells. All one
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component shells have similar cargo-nucleated assembly dynamics which

look like the example shown in (b) folUsc=7 and Uss=3 213

Stochastic binding of sheets to the cargo globule. (a) A typical binding
process is shown through simulation snapshots at di erent time points.
At T=10 , small nucleates can be seen forming in the bulk. At T=35
these nucleates are more than large enough to bind the cargo, but none
will until T=50 when a large sheet randomly di uses to the cargo. (b)
The critical number of shell proteins needed in a sheéely , to bind

the globule for sheets with di erent interactions. This is measured in
simulations as the smallest sheet which is every observed to bind a bare
cargo globule. (c) The average size of sheets that bind the cargo globule,
< Nging >. These values tend to be much larger than (b) due to the
continued growth of sheets as they randomly di use and eventually
bind. (d) The average time it takes for the rst sheet to bind the cargo,

< Tging >, as a function of the shell-shell and shell-cargo interaction

strengths. 214

The complex growth kinetics of a two component shell. (a) The shell
quality, Qsnen a@s de ned in Equation 7.1, and time to bind the cargo,
Tging » @s the shell-cargo interaction of the recruiterJgc, is varied.
There are two distinct regimes. At higherUgc, to the right of the
dotted line, there is the cargo-nucleated assembly where high quality
shells form by nucleating on the cargo and thu3gj,q¢ = 0. At lower

Ugc, low quality shells with many holes form by nucleating in the bulk
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and then binding the cargo at nite Tgjng . (b) The composition of

the growing shell for a representative simulation in the bulk-nucleated
regime whenUgc =4. In the blue shaded region, growth only occurs in
the bulk in the form of sheets. A sheet eventually binds (i) due to the
strong interaction between the recruiter, B, and the cargo globule. Once
this occurs, growth happenwia elongation of the nucleus on the globule
as well as the continued binding of more bulk-nucleated sheets (ii) and
(ii). (c) The composition of the growing shell for a representative
simulation in the cargo-nucleated regime wheblgc =8. Nucleation and
growth occur immediately on the cargo. (d) The interaction matrix for
all interactions in the system. Ugc is the free parameter that determines

the di erent growth pathways in (b) and (c). 216

Kinetics and properties of two component shells with self-interactions
shown in (a). The mixing interaction, Upg , is found in the interaction
matrix in (b) where Ugc is a free parameter. The two components are
combined at a 1:1 ratio. (c) As the interaction between B and the cargo,
Ugc, is increased, the average shell quality Q shen > increases. The

average shell size and variance, N spe > average fraction of

Nshell 1
component A in the shell,< X ashen >, and time to bind the cargo,
< Tging >, all decrease. The components become more mixedlas is

increased as shown byg g > de ned in Eq. 7.4. 220

Assembly in a three component shell. (a) ASgc is varied, the same

bulk-nucleated and cargo-nucleated assemply pathways from the two
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component shell are present as in the two component system. At higher
Usc (Usc 8), there is the cargo-nucleated assembly where high quality
(high Qshen) shells form by nucleating on the cargo. At loweltJgc

(Ugc  6), shells nucleate in the bulk as shown by the non-zero time it
takes to bind the cargo,< Tgj,g >. Thus, the bulk-nucleated regime

no longer leads to many holes in the shell when the third component
Is added. (b) The composition of the growing shell shown for a typical
simulation whereUgc =4. The kinetics can be broken into three steps:
(i) nucleation and growth of sheets in the bulk, (ii) a sheet is recruited
and binds the cargo, (iii) component Z can add to the stable nucleus on
the cargo and help to eliminate any gaps. (C) A visual illustration of the
bulk-nucleated pathway with three steps from (b), (i) Nucleation, (ii)
Recruitment, and (iii) Completion. (d) The matrix of all interactions

used in (a) whereUgc is a free parameter. 222

Assembly in a three component shell. (a) ASgc is varied, the same
bulk-nucleated and cargo-nucleated assembly pathways from the two
component shell are present as in the two component system. At higher
Usc (Usc 8), there is the cargo-nucleated assembly where high quality
(high Qsnen) shells form by nucleating on the cargo. At loweltJgc

(Ugc  6), shells nucleate in the bulk as shown by the non-zero time it
takes to bind the cargo,< Tging >. Thus, the bulk-nucleated regime

no longer leads to many holes in the shell when the third component

is added. (b) The composition of the growing shell shown for a typical
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simulation whereUgc =4. The kinetics can be broken into three steps:
(i) nucleation and growth of sheets in the bulk, (ii) a sheet is recruited
and binds the cargo, (iii) component Z can add to the stable nucleus on
the cargo and help to eliminate any gaps. (C) A visual illustration of the
bulk-nucleated pathway with three steps from (b), (i) Nucleation, (ii)
Recruitment, and (iii) Completion. (d) The matrix of all interactions

used in (a) whereUgc is a free parameter. 223

Kinetic phase separation in a three component system. (a) Phase
separation of A and Z leads to reduced shell quality. This phase
separation is caused by increasingzc such that Z can nucleate on
the globule and thus is a kinetic phase separation. This is shown in
(b), where Z also separates from B and in (c) where B and Z are still
mixed due to the increase irJgc such that B quickly integrates into

the growing Z nucleus. 225

A comparison of one, two, and three component shells. (a) The x and
y axes are the shell-cargo and shell-shell interactions averaged over
the shell as de ned in Equations 7.7 and 7.8 respectively. This allows
us to plot one, two, and three component shells in terms of only two
parameters. We include the phase diagram from Figure 7.3(a) in the
background for comparison of shell assembly with one component to
assembly with multiple shell proteins. All successful shell assembly falls
on one or near one line in the parameter space as shown by the dotted

arrow. This arrow overlaps with the regime where high quality shells
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assemble Qshe approaches 1) in the single shell protein case, while also
extending to lower values ok Usc > sne When three hexamer types are
present. In other words, multi-component, cargo-encapsulating shells
can assemble with a wider range of possible average interactions. In
(b), (c), and (d) we show many properties of these assemblies can be
described as a continuum by following the dotted arrow. (b) Given a
well-formed shell, the assembly pathway is determined by the average
interactions of that shell regardless of the number of components. (c)
This is shown to be a continuum as described bigi,q , Which is O for
cargo-nucleation, nite for bulk-nucleation and in nite for an empty
assembly (Sheets in Bulk, the yellow region). (d) The size of the shell,
< N shen >, is determined by the relative strength of shell-cargo and

shell-shell interactions regardless of the number of shell components. 227

7.12 Atomistic simulations show PduB and PduB' interact di erently with
PduA and likely play di erent roles in Pdu microcompartment assembly.
Secondary structure representations of the PduA hexamer (a), PduB
trimer (b), and PduB' trimer (c) show PduB and PduB' both have
the Pdu AB1 interface while the N-terminus region of PduB is lacking
from PduB' creating two unique interfaces known as Pdu AB2 and
Pdu AB' along with the shared Pdu AB1(d). (e) Potential of mean
force calculations show the di erent interaction strengths of the three
interfaces from (d). We show the strongest interaction with PduA comes

from Pdu AB2, due to the presence of the highly dynamic N-terminus
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region of PduB (red inset). (f) Potential of mean force calculations

as a function of the bending angle,g, show energetically preferred
bending orientations of the interfaces. The bending interactions at these
interfaces are quite similar with some added exibility for Pdu AB2 due

to the presence of the N-terminus region. 231

Representative micrographs of Pdu MCPs prepared using various
techniques. (a) Pdu MCPs prepared using standard negative staining
technigues allows for Pdu MCP collapse as indicated by pooled staining
at their center. (b) Pdu MCPs bu er exchanged to prevent collapse
appear more in ated by TEM as indicated by reduced internal pooled
staining. (c) Micrographs of Pdu MCPs in solution prepared using
cryogenic methods appear the most in ated. Scale bars = 100 nm in

each case. 233

The geometry of the rigid body hexamers in distance units. The
parameters given are consistent across all types of hexamers, A, B, and
Z in the main text. The rigid body consists of volume excluding X beads

in addition to other beads which handle attractive interactions. These
beads are named as S1 - S6 where S is A, B, or Z when the hexamer is a
speci c type of hexamer. Here they are named S to show the generality.
The e ective radius of the hexamer,ex IS the distance from the center

of geometry to the center of the S6 bead. 236

The relative probability of observing connections between two di erent

species, j, is de ned in Equation 7.4. Here we show that AB
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connections are far more probable than random mixing due to the

strong Uag . This agrees with our regular solution analysis. 242

The relative probability of observing connections between two di erent
species, j, is de ned in Equation 7.4. These values that correspond
to mixing ( as, az, and gz) mostly follow our regular solution
analysis. The one exception is fogc =4 and U,c=6. Here B and

Z separate despite our predictions made based on their interactions
(see Figure 7.10). We also include one data point where we vary
composition (keepingUgc =6 and Uzc =6) and see no change to our
relative connection probability for di erent species, showing that the

normalization is reasonable. See Figure 7.17 for further details. 243

Additional data that are not reported anywhere else and so we include

them for completeness. 244

Potential of mean force for interface Pdu AB2. The di erence between
this and Figure 7.12(d) is that we restrain all of the PduB backbone
including the N-terminal. This shows that the interaction is strong even
with reduced degrees of freedom for the N-terminal. Restraining all of
PduB as we do here is more similar to methods used for interface Pdu
AB1 and in previous work [L, 5]. However, we consider Figure 7.12(d)
to be more accurate since the additional degrees of freedom of the

N-terminal should not be neglected. 245
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CHAPTER 1

Introduction

Polymers, or macromolecules, are composed of long strands of smaller molecules called
monomers held together by chemical bond§][ This thesis explores how structural prop-
erties of di erent macromolecules a ect encapsulation or compartmentalization of other
molecules to achieve a specic function or application. Thus, the introduction begins
with a discussion of the structure of individual macromolecules in Chapter 1.1. Chap-
ter 1.2 introduces disordered polyelectrolyte complexes of oppositely charged, exible
heteropolymers that absorb certain species due to locally ordered hydrophobic domains.
These materials are the subject of Part 1. Chapters 2, 3, and 4. In contrast, assembly
of proteins with de ned single chain structure is introduced in Chapter 1.3. They form
shells which encapsulate enzymatic reactions as discussed in Part 2: Chapters 5 and 7
or genetic information, which could potentially be used for gene therapy as discussed in

Chapter 6.

1.1. Structure of Individual Macromolecules

We rst consider an ideal, exible polymer. The conformation of an ideal polymer
chain is modeled by a random walk, which de nes the size of the polymer as a proba-
bility distribution rather than describing the position of individual atoms or monomers
relative to one another f]. This is because there is a time scale at which the positions

of monomers in one con guration are completely decorrelated from the positions in the
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original con guration [8]. These models can break down when the behavior of the poly-
mer is not purely entropic, meaning the monomer units comprising the polymers have
interactions such as being charged or having heterogeneous solvent interactions. This can
lead to structures such as rod-like polyelectrolyte chain8]or other exotic structures [LO]

in polymers containing chemically di erent groups.

One prominent example of this breakdown is the case of proteirkl]. Proteins are
biological polymers comprised of a sequence of 20 unique amino acid monomers with a
common peptide backbone. They often fold into well-de ned structures and carry out
some function within a cell. The structure of folded proteins is hierarchical, with the
lowest level of organization being the primary structure. This is the sequence of amino
acids comprising the protein. The secondary structure of a protein includes locally or-
dered structures known as -helices and -sheets. The tertiary structure of a protein is
the 3-dimensional arrangement of these local structures relative to one another. After
the tertiary structure, the nal level of structure that de nes a protein is its quaternary
structure. This refers to the organization of two or more (in this thesis identical) polypep-
tide chains which interact to form a stable dimer, trimer, or other oligomer. Since the
structure of the protein is well de ned, there is no relevant time scale over which monomer
positions become decorrelated. Instead, one can measure the stability of a folded protein
structure through the small deviations in protein structure relative to a given structure,
which is often obtainedvia x-ray crystallography. These deviations are quanti ed by the
root mean square deviation]2] (RMSD) of the protein which is lower when the structure

iS more conserved.
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The way a protein folds is often thought to completely determine its function. Thus,
the ability to predict and a ect how an amino acid sequence will fold is a major goal in
the eld of biotechnology [13]. However, in many cases some regions or the entirety of a
protein will lack a clearly de ned structure and this lack of folding can also be important
for protein function [14]. These proteins are known as intrinsically disordered proteins
or proteins containing intrinsically disordered regions if the protein is partially folded.
These intrinsically disordered proteins and regions can act like exible polymers and often
include groups that interact with other proteins or other biological macromolecules. A
protein can contain many intrinsically disordered regions, especially when it is an oligomer
made of multiple copies of the same peptide chain containing intrinsically disordered
regions. In this work, examples of 6-sided pseudohexameric trimers and 5-sided pentamers
with intrinsically disorder regions will be shown and the function of these exible regions
will be investigated with the goal of understanding the functionality provided by a lack

of protein structure.

1.2. Assemblies I: Disordered Polyelectrolyte Complexes

In this section, the relevant background for Part 1 is introduced. It begins by discussing
the relevant interactions and general behavior of exible polymers in complex phases such
as polyelectrolyte complexes before going on to discuss the speci cs of how they are used
in Chapters 2, 3, and 4.

Due to their previously mentioned exibility, synthetic polymers tend to exist in dis-
ordered or semi-crystalline stateslp]. This is partly due to slow reptation of exible

polymers in dense systems, which leads to kinetic trapping, and partly due to the entropic
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cost of limiting polymer chain conformations when the polymers are exible. However,
even completely non-crystalline polymers can exhibit order when there is more than one
type of monomer present. Block copolymers are a great example of this, as the tendency
for the chemically di erent blocks to segregate combined with the constraint of chain con-
nectivity can lead to the formation of a wide range of microphase%§]. When monomer
sequences are random instead of blocky, these interactions are predicted to lead to the
formation of in nitely many phases [L7]. Polymer phase behavior can become even more
complex when interactions are long-range, that is, with the addition of charged monomers
and their counterions. In a dry system, charged clusters will form and their speci c struc-
ture will be a ected by monomer sequence, among many other factods3, 19]. However,
these materials are also especially good at absorbing water due to the solvation of the
charged groups and are often used as swelling hydrogel materials in diap@@®.[ Their
ability to swell in acidic conditions highlights the importance of pH in systems containing
weakly charged monomer2[l]. One can also add an oppositely charged polyelectrolyte to
create a polyelectrolyte complexZ2]. Polyelectrolyte complexes form due to the electro-
static interactions between the oppositely charged polymer chains and the entropic gain
of the polymers releasing their counterions to the solution as their charge is cancelled by
the oppositely charged polymer. This process is a ected by all of the factors mentioned
thus far including ionic conditions R3, 24, 25], monomer sequence or \blockiness1§],
rigidity of the polymers [26], and solvent quality 27].

One can also include components in these polyelectrolyte complexes which are not
classical synthetic polymers. Some examples include charged micelles made of many lipid

molecules 28] and biological enzymes29, 30, 31, 32, 33, 34, 35, 36, 37, 38, 39 ].
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These components can add further complications as they have well-de ned 3-dimensional
structures in contrast to semi- exible polymers. This means that the concept of sequence
blockiness can be, to some extent, replaced by the idea of chemical domains that exist
on the surface of a protein, especially charged domair®0]. Investigations of polyelec-
trolyte complex structure, have found that exible polymers can \self-optimize" with the
surface of folded proteins leading to more contacts between certain surface patches on
the protein and certain groups in the polymer sequencd]]. Similarly, blocky charged
sequences found in intrinsically disordered proteins and regions are quite relevant to poly-
electrolyte complex formation like in the case of purely synthetic polymerdZ] despite not
being found in a well-de ned surface region. In biology, intrinsically disordered proteins
and other charged biomolecules including RNA form polyelectrolyte complexes known
as membraneless organelles. These membraneless organelles are phase separated com-
partments [43, 44], which increase reaction rates and help to avoid promiscuous enzyme
behavior @45, 46] by controlling the localization of di erent proteins with given substrates
and cofactors 47]. Thus, the role of these membraneless organelles is to spatiotemporally
organize certain biochemical components.

Part 1 of this work will investigate how exible components lead to macroscopically
disordered systems that still retain local structure which is critical to their ability to
compartmentalize other molecules. The rst chapter of Part 1 (Chapter 2) investigates
the assembly of a polyelectrolyte complex which mimics a membraneless organelle by us-
ing cationic and anionic random copolymers with hydrophobic, hydrophilic, and charged
monomers, similar to the chemical diversity of naturally occurring amino acids. The an-

ionic copolymer by itself will form single micellar structures with a hydrophobic core and a
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hydrophilic corona in solution, absorbing a wide range of charged and uncharged contami-
nants from water including PFAS, which can be harmful to human health48]. Adding the
cationic polymer aggregates these originally stable structures into a macroscopic complex,
which simulations show still contains hydrophobic domains like the micellar structures in
solution. Interestingly, complex formation requires the charge on the polymers in these
complexes to be unbalanced with three times more charge on the cationic polymer. The
same e ect is observed in simulations which show that the hydrophobic interactions be-
tween oppositely charged polymers are a major contributor to the ability of the cationic
polymer to aggregate the anionic copolymer. Simulations also show how the hydropho-
bicity and charge both contribute to the absorption of these contaminants, especially the
heterogeneity of the charge on the polymers within the complex.

This dissertation then investigates whether these polyelectrolyte complexes could be
used to absorb a wider variety of contaminants. Since nanoplastics are also of increasing
concern as a water soluble contaminan49], Chapter 3 details the design of a com-
plex similar to Chapter 2, but optimized to remove polyethylene terephthalate (PET)
nanoplastics from water. To this end, anionic random copolymers with di erent amounts
of hydrophobic groups were tested. In simulations of a single polymer and a PET surface,
the lowest and highest hydrophobicity polymers make the most contacts with the surface.
This is due to conformational changes in the polymer itself and agrees well with exper-
iment. However, when these anionic random copolymers are added to a polyelectrolyte
complex as in Chapter 2, there is not much absorption of nanoplastics for low hydropho-
bicity polymers. Increasing hydrophobicity changes the structure of the complexes as the

more hydrophobic groups become less shielded from the solvent by hydrophilic groups
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and hydrophobic domains within the complexes grow. Because they are embedded in
the complex, low hydrophobicity polymers are not found in the extended conformations
that allow them to bind the PET surface in the single polymer case. This leads to the
most hydrophobic polymers absorbing nearly 100% of the nanoplastics, while the lowest
hydrophobicity polymers absorb only 50%.

The complexes in Chapters 2 and 3 did not include any catalytic enzymes, which are
among the most important components of membraneless organelles. Thus, Chapter 4
investigates the interaction between an enzyme known as PETa€#)] and our anionic
random copolymer in a nanoscale aggregat®?] rather than a macroscopic complex. This
includes the ability of the anionic copolymer to stabilize the conformation of the protein
at higher temperatures, which is important because PETase breaks down polyethylene
terephthalate (PET) [51], one of the world's most common plastics. PET has a glass
transition above the temperature where PETase unfolds and becomes inactig@]. Thus,
for the reaction to occur in an e cient manner, the PETase must be stable at a higher
temperature. This could allow for large-scale upcyclingg8] of PET, keeping it from
becoming harmful waste §4]. Simulations of the polymers with PETase showed how
charge and hydrophobicity in uence how much contact there is between the enzyme and
the random copolymer by varying the mean charged and hydrophobic monomer fractions.
Including charged groups lead to more contact between the polymer and protein and that
these extra contacts were almost exclusively located on the positively charged sections
of the surface of PETase. This is the \self-optimization" of a exible polymer on the
surface of a folded protein. However, the contacts near the enzyme's active site lead

to the greatest stabilization of the active site of PETase, which should in turn stabilize
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catalytic function at elevated temperatures. Experiments also investigated the activity
of the PETase-polymer complex on small molecule substrates and PET Ims at elevated

temperatures, nding increased activity relative to the enzyme by itself in both cases.

1.3. Assemblies II: Crystalline Protein Shells

In this section, the relevant background for Part 2 is introduced. The section begins by
discussing the general requirements for shell closure in microcompartments and viruses,
detailing how they can be met in di erent ways in Chapter 5 and Chapter 6 respectively.
Then, the multi-component nature of microcompartment shells is addressed along with
the approaches taken in Chapter 7 to understand its rami cations.

Part 1 investigates how enzymes and their substrates are organized into membrane-
less organelles, helping to drive cell metabolism by catalyzing biochemical reactions. This
contrasts with classical organelles which are separated from the cytoplasm by lipid bilayer
membranes. Interestingly, bacteria have evolved another sub-cellular structure known as
the bacterial microcompartment, which also accomplishes this task of segregating enzymes
with the relevant substrates and reaction cofactorssp]. Unlike lipid membranes, which
are considered to be liquid membranes due to the two-dimensional liquid-like di usion
of individual lipids, microcompartments have a more rigid crystalline structure that does
not allow for two-dimensional rearrangement. These microcompartments are made of
folded shell protein hexamers and pentamers, which surround a core made of enzymes.
The enzymes carry out reactions that create energy and other materials crucial to the

survival of the bacteria including CQ xation [ 56]. The shell is selectively permeable
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and thus allows substrates and products to enter or leave the compartment while inter-
mediate chemical species are kept insidg/]]. This localization of all relevant components
increases reaction rates and protects the rest of the bacteria from potentially toxic chem-
ical intermediates. Since these shells provide a di usive barrier, which is crucial to the
multi-step enzymatic reactions performed in the compartment, engineers seek to repur-
pose microcompartments as modular nano-bioreactors. They could potentially be used
to xate CO , outside of cells or to provide a di usive barrier for enzymatic reactions that
they do not naturally encapsulate. However, redesigning microcompartments is di cult
without a fundamental understanding of the physical rules that govern the kinetics of
assembly and the nal structures formed by the shell proteins.

The assembly of many copies of 6-sided hexamers and 5-sided pentamers into a closed
shell is quite similar to viral assembly $8, 59] and thus concepts developed for viral
assembly 0, 61, 62, 63] can also apply to microcompartments. One such concept is
the need for 12 5-sided pentameric shell proteins in order to form a closed structure when
only hexameric and pentameric subunits are present as shown by the Euler theoré][
This is important for a microcompartment shell to provide a tight seal on the enzymatic
reactions taking place inside. Another is the role of mechanical properties in determining
assembly pathways and equilibrium structuresepb, 66, 67]. Thus, Part 2 begins by
investigating how the bending potential, de ned as the relative free energy between two
shell proteins as a function of the angle formed at the interaction interface, impacts the
closure of crystalline shells. The depth of this bending potential (or lack thereof) can
be thought of as another type of protein exibility. However, it is an emergent property

of two proteins rather than a property of a single protein. The rst chapter of Part 2
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(Chapter 5) identi es how di erent bending interactions between pairs of hexamers and
pentamers leads to the formation of di erent unclosed structures when the pentamers
necessary for closure are not included in the assembly. It starts with the speci c example
of the 1,2 propanediol utilization (Pdu) microcompartment and its pentamer PduN, along
with a major hexamer PduA. This chapter provides experimental evidence that in the
absence of the pentamer, microtubes form instead of a polyhedral microcompartment.
Morphological changes are also shown to impact the performance of the multi-step reaction
pathway encapsulated by the compartment/tube. The transition from compartment to
tube is related to the strong bending potential and intrinsic bending angle between the
pentamer and hexamer, which seems to dominate the morphology of the shell. The total
bending interaction between PduA and PduN is shown to be caused by one short range
interaction between amino acids that is only possible when the interface is highly bent.
The Pdu system is then compared to another microcompartment system which, in the
absence of the pentamer, forms its original crystalline shell structure with vacancies at
the pentamer sites. This system is dominated by hexamer-hexamer bending interactions,
explaining why the pentamer is not needed to induce the highly bent microcompartment
morphology.

There are also many di erences between bacterial microcompartment and viral assem-
bly. One di erence is the typical cargo the assembly occurs around. In microcompartment
assembly, the cargo is normally a collection of folded enzymes, which aggregate to form
the globule B8] around which shell assembly occurs. There are some exceptions where
these enzymes are exible intrinsically disordered protein€9]. In viruses, exible cargo

is the norm. The cargo is often a single nucleic acid polymer or other polyelectrolyte, and
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its exibility is seen as very important to the assembly rate. However, in some biomedi-
cal imaging applications, viral assembly is done on a rigid nanoparticle templatéd] and
some shell proteins actually have exible intrinsically disordered proteins built ing0, 71].
Using coarse-grained molecular dynamics, Chapter 6 investigates this interesting case of
assembling pentamers where the exibility is found on the shell proteins instead of the
cargo. In this case, the exibility of the shell proteins can accelerate the dynamics and
make up for the lack of exible cargo. This exibility allows for closed shells with more
than 12 pentamers, as the excess pentamers can act as 6-coordinated hexamers due to
their exibility. Thus, these shells still satisfy the Euler theorem.

Another di erence between microcompartment assembly and viral assembly is the
number of types of shell proteins present. Most viral assembly only includes one or two
types of shell proteins while some MCP systems have as many as 8 di erent shell pro-
tein types. This has been shown to be crucial to their function, as deletion of just one
or two shell proteins [f2, 73, 74] can lead to failed assembly of the shell. This design
strategy, where multiple components with di erent interactions form larger structures is
actually typical of biological systems 75, 76], especially membraneless organelles/],
which inspired the polyelectrolyte complexes in Part 1. However, since much of the pre-
vious modeling has been focused on shells featuring only one type of shell protein or
one hexamer and one pentame69], understanding these deletion experiments requires
updated models, which include the muti-component nature of the assembly. Chapter 7
addresses the multi-component assembly problem by considering a system of three hex-
amers with di erent interaction energies between all possible pairs of hexamer types, as

well as with the cargo. This chapter will show how the regime of interaction strengths
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that leads to assembly of the shell is widened when there are more components with a
diverse array of interaction strengths. This is made possible by a bulk-nucleated assembly
mechanism, which is only available to multi-component shells. It is normally thought that
cargo-encapsulating shells must nucleate with the cargéd] and that this requires fairly
strong interactions between shell and cargo (shell-cargo interactiong)9] 61, 68] and
fairly weak interactions between shell proteins (shell-shell interactions§9]. However, in
the bulk-nucleated pathway, nucleation of the shell and cargo globule occur separately as
has been hypothesized, but not fully demonstrated in experimeni4]. The total interac-
tion of the immature shell with the cargo globule continues to grow as more shell proteins
are added until it eventually binds and encapsulates the cargo due to the incorporation
of a second type of shell protein. This type of shell protein is known as the recruiter
and it has stronger shell-cargo interactions. This mechanism also requires a third type
of shell protein which has weaker shell-shell interactions and is thus able to avoid kinetic
traps and Il in gaps in the shell. The varied interactions necessary for the bulk-nucleated
pathway are then shown in the Pdu system using atomistic simulations on various Pdu
shell protein interfaces. This includes a 6-sided pseduohexameric trimer with exible in-
trinsically disordered regions whose dynamics are likely important to the assembly as in

Chapter 6.
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CHAPTER 2

Heterogeneous Charged Complexes of Random Copolymers for
the Segregation of Organic Molecules

This chapter is based on the published work8D] of Jeremy Wang, Curt Waltmann,
Han Umana-Kossio, Monica Olvera de la Cruz, and John M. TorkelsoHgterogeneous
Charged Complexes for the Segregation of Organic Molecules , ACS Cent. Sci,

2021, 7, 5, 882-891, with modi ed details.

2.1. Abstract

Nature harnesses the disorder of intrinsically disordered proteins to organize enzymes
and biopolymers into membraneless organelles. The heterogeneous nature of synthetic
random copolymers with charged, polar, and hydrophobic groups has been exploited to
mimic intrinsically disordered proteins, forming complexes with enzymatically active pro-
teins and delivering them into nonbiological environments. Here, the properties of poly-
electrolyte complexes composed of two random copolymer polyelectrolytes are studied
experimentally and via simulation with the aim of exploiting such complexes for seg-
regating organic molecules from water. The anionic polyelectrolyte contains hydrophilic
and hydrophobic side chains and forms self-assembled hydrophobic domains. The cationic
polymer is a high-molecular-weight copolymer of hydrophilic and charged side groups and
acts as a occulant. We nd that the polyelectrolyte complexes obtained with this anionic

and cationic random copolymer system are capable of absorbing small cationic, anionic,
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and hydrophobic organic molecules, including per uorooctanoic acid, a compound of great
environmental and toxicologic concern. Importantly, these macroscopic complexes can be
easily removed from water, thereby providing a simple approach for organic contaminant
removal in aqueous media. Martini and coarse-grained molecular dynamics simulations
explore how the microscale heterogeneity of these random copolymer complexes relates

to their segregation functionality.

2.2. Introduction

Random copolymers have a statistical distribution of two or more types of monomers,
leading to spatial heterogeneity in local composition as di erent regions of a copolymer
chain may have di erent average composition. This type of heterogeneity from disordered
polymer sequences is thought to be important in achieving biomimetic functions such
as molecular-scale pattern-matchingf, 82, 83, 84]. Membraneless organelles, which
are spatiotemporal aggregates of nucleic acids, enzymes and their substrates, and oppo-
sitely charged, intrinsically disordered proteins with rather random sequences of amino
acid monomers, 45] likely utilize such concepts of disorder and heterogeneity. Because
these membraneless organelles are analogous to polyelectrolyte complexes of oppositely
charged random copolymers, the behavior of such complexes could provide insight into the
behavior of membraneless organelles. This analogy has inspired research into the use of
synthetic random copolymers to interact with enzymes, forming what can be considered
to be a type of polyelectrolyte complex.g§5, 86] Concentrating small-molecule substrates
is also a crucial function of membraneless organelles. Here, we explore the possibility of

using polyelectrolyte complexes of random copolymers as mimics of disordered proteins in
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membraneless organelles with an aim to segregate small organic molecules from aqueous
solution.

Polyelectrolyte complexes are generally formed when oppositely charged polymers are
mixed in aqueous solution.§7, 88] Depending on factors including charge ratio, degree of
polymerization, monomer sequencel, 42] ionic solution conditions, P3, 24, 25, 89] or
solvent quality, [27] a wide range of phase behaviors for the polyelectrolyte complex can
be observed, including the formation of colloidal suspensions, liquid coacervates, and solid
precipitates. PO, 91, 92, 93] Colloidal suspensions of polyelectrolyte complexes have been
investigated for their ability to encapsulate bioactive molecules and deliver such molecules
in a biological environment.p4, 95, 96] Liquid coacervates of polyelectrolyte complexes
have been shown to encapsulate and concentrate enzymes from soluti®7, [98, 99]
similar to the capabilities of membraneless organelles.

The formation of solid precipitates with polyelectrolyte complexes can be particularly
useful in separating particles from aqueous solution and removing contaminants from
water through a occulation process. 100, 101] Traditionally, occulation is used to
remove negatively charged colloids such as ne clay particles from watea the addition of
a single species of a high-molecular-weight cationic polymer, which neutralizes the surface
charge of the particles, acts as a bridge between them, and coagulates the particles into
macroscopic ocs. 102, 103] However, polyelectrolyte complexes have also been used
for occulation purposes, [L00] and solid polyelectrolyte complexes can also be e ective
at removing ionic compounds such as metal ions or charged organic compounds from

water. [104]
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This occulation behavior provides a relatively simple experimental approach to mea-
sure the segregation of organic molecules into polyelectrolyte complexes. There have
been studies demonstrating the ability of polyelectrolyte complex coacervates to partition
and segregate small organic molecule®8] 105, 106, 107 ] and separating the coacer-
vates from the supernatant generally requires centrifugation techniques. In contast, solid
polyelectrolyte complexes that segregate organic molecules can be removed from solution
through simple Itration. Segregation e ciencies can then be obtained by measuring the
concentration of organic molecules in the Itered solution.

Building upon a rational design principle outlined in earlier work involving complexes
of random copolymers and enzymes3%] we hypothesize that a random anionic copolymer
with hydrophilic, hydrophobic, and anionic monomers will form micellar-like structures in
agueous solution and occulate with a random cationic copolymer, with the heterogene-
ity of the resulting complex providing favorable interactions with a wide range of organic
molecules. Previously, others have shown that random copolymers with hydrophilic and
hydrophobic groups exhibit protein-like folding and form single-chain micelles while seg-
regating dye molecules in aqueous solution1(8] It is reasonable to expect that the
addition of an anionic component would allow the three-component copolymer to form
similar structures and encapsulate organic molecules, with the additional bene t of being
able to remove the copolymer and dye in a occulation-like process, which may enable
applications in industrial water remediation.

Here, we develop a method to segregate and remove organic molecules from water
using two oppositely charged random copolymers through experiments, simulations, and

analysis. The anionic copolymer is comprised of hydrophilic, hydrophobic, and anionic
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methacrylate groups. (Figure 2.1a) The cationic copolymer is composed of hydrophilic
and cationic methacrylate groups. (Figure 2.1b) These random copolymer polyelectrolytes
were synthesized using free radical polymerization and form macroscopic complexes when
mixed (Figure 2.1c), successfully encapsulating several organic dyes with varying degrees
of e ectiveness. Three dyes, crystal violet, methyl orange, and phenolphthalein, were
chosen as model molecules for their respective cationic, anionic, and hydrophobic natures
as well as ease of quanti cationvia UV{vis spectroscopy. Per uorooctanoic acid was
also chosen to demonstrate the relevance of this system in lItering di cult-to-remove
chemicals from aqueous systems (Figure 2.1d).

We use coarse-grained molecular dynamics at two di erent length scales to study how
the heterogeneous nature of these random polyelectrolyte complexes a ects their ability
to occulate dyes. The simulations show complexes that are highly heterogeneous in
composition with hydrophobic domains as well as heterogeneities in the charge distribution
throughout the complexes. We explain the origin of these heterogeneities using statistical
analysis that has been used previously to explain compositional heterogeneities observed in
strongly incompatible random copolymers]7] and in random ionomers, which are molten
state (dry) systems. 109, 110] Models of the dyes are also included in the simulations
(Figure 2.1e), and we analyze the roles that hydrophobicity and charge play in the removal

of the dyes.
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Figure 2.1. (a) Chemical structure, Martini parameterization, coarse grain
model, illustration, and simulation snapshot of the anionic random copoly-
mer. (b) Chemical structure, illustration, and coarse grain model of the
cationic random copolymer. (c) lllustration and simulation snapshot of
complexation between the anionic random copolymer and the cationic ran-
dom copolymer. (d) Chemical structure of organic molecules used in exper-
iments. (e) Coarse grain model of organic molecules used in simulations.
Red and green beads correspond to positive and negative charges respec-
tively, while tan beads are hydrophobic, and blue beads are hydrophilic.
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2.3. Results and Discussion
2.3.1. Polymerization and Characterization of Random Copolymers

We synthesized the anionic and cationic copolymevsa free radical polymerization. Aque-
ous size exclusion chromatography was used to determine apparent weight-average molec-
ular weight (Mw), apparent number-average molecular weight (Mn), and apparent dis-
persity (Mw/Mn) values (Table 2.1). The values are apparent, as polymers that form
hydrophobic domains can exhibit intermolecular aggregation in aqueous mediea hy-
drophobic interactions. [L11] This aggregation behavior can be con rmed for the anionic
copolymer, as we obtained higher apparent Mw values with higher concentrations of poly-
mer solution. (See the Sl of the original manuscript80], Table S4.) This interpolymer
aggregation behavior likely explains the low measured dispersity of 1.1, which is sig-
ni cantly di erent from the dispersity of roughly 2 that we would expect for polymers
produced by free radical polymerization of methacrylate monomer®][We note that such

a very low apparent dispersity has also been observed in another charged polymer system

with interchain aggregates that was synthesized by free radical polymerizatiori12]

Table 2.1. Copolymer Characterization: Mole Fractions, Apparent Average
Molecular Weights, Apparent Dispersity, and Apparent Average Degrees of
Polymerization

anionic random copolymer cationic random copolymer
component 1 mol fraction PEGMEMA: 0.51 HEMA: 0.54-0.6
component 2 mol fraction EHMA: 0.44 TMAEMA: 0.4-0.46
component 3 mol fraction SPMA: 0.05 N/A
apparentMy, (g/mol) 290 000 10 000 000
apparent M, (g/mol) 260 000 4 300 000
apparent dispersity 1.1 2.3
apparent DP 820 60 000 - 62 000
apparentDP, 760 26 000 - 27 000




64

The cationic polymer also shows an anomalously high Mw value for a polymer synthe-
sized by free radical polymerization, which is likely due to the fact that the hydroxyethyl
methacrylate (HEMA) monomer used in the cationic polymer is susceptible to e ects of
chain transfer to the polymer and monomer and may act as a branching uni.13] Thus,
it is likely that the cationic polymer is highly branched in structure. This branching may
be bene cial in the complexation process, as some studies suggest that highly branched
occulants exhibit better occulation performance. [L03] However, quantifying the degree
of branching in polymers is not a simple proces414] and is not explored further in this
study. We note that the dispersity of this polymer was measured to be 2.3, which is in
line with expected values.

We analyzed the copolymer compositionsia 1H NMR spectroscopy.(Peak assign-
ments are shown in Sl of the original manuscript80], Figures S3 and S4.) The anionic
polymer has a molar composition of 51% polyethylene glycol methyl ether methacrylate
(PEGMEMA), 44% (ethylhexyl methacrylate) (EHMA), and 5% sulfopropyl methacry-
late (SPMA). From this information and the apparent Mw, we can calculate an apparent
weight-average degree of polymerization (DPw) of 820. The peak assignments for the
cationic copolymer cannot be exactly determined without knowing the branching ratio
of the polymer, but upper and lower bounds can be determined for the strictly linear
case and strictly branched case (one branch per HEMA monomer). Thus, a reasonable
estimate for the molar composition of the cationic polymer is 54{60% HEMA and 40{46%
TMAEMA, with an apparent DPw between 60 000 and 62 000. From this analysis, we

can conclude that the cationic copolymer has a substantial charge fraction and is much
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longer than the anionic copolymer, potentially making it an e ective occulant. The an-
ionic copolymer has a signi cant hydrophobic composition while being slightly charged.

See Table 2.1 for a summary of copolymer characterization.

2.3.2. Polyelectrolyte Complex Formation and Dye Filtration

We formed solid polyelectrolyte complexes by mixing 300L of 66 + 2 mg/mL aqueous
anionic copolymer solutions and 220L of 15.0+ 1.5 mg/mL aqueous cationic copolymer
solution in 10 mL of distilled water, which leads to a 6 to 1 ratio by weight of anionic
copolymer to cationic copolymer. Initially, the mixture of copolymer solutions turns tur-
bid and cloudy, indicating that polyelectrolyte complexes have grown to a size comparable
to the wavelength of visible light. In less than a minute, macroscopic ocs can be observed,
indicating the complexes have favorable interactions and a strong tendency to aggregate
and coalesce into larger and larger structures. However, we also observe that the solu-
tion tends to be slightly turbid after macroscopic occulation, indicating that there are
colloidal polyelectrolyte complexes remain in solution. These are likely charge-stabilized
colloids, as there is an excess of positive charge in the complexes. At this point, we add 20
L of a 50 mg/mL magnesium sulfate solution, and this addition appears to coagulate the
remaining polyelectrolyte complexes within a few minutes and leaves the solution clear.
We believe this coagulation process is analogous to how multivalent cations are used to
coagulate anionic colloids from solution.1[15] The nal aggregate sizes are usually on
the order of millimeters and are robust to mechanical perturbation. When the mixture is
stirred with a magnetic stir bar, the aggregates do not break apart even at stirring speeds

exceeding 1000 rpm. After lItration through a 0.22 m membrane lIter, the measured
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solid concentration in the Itered solution is 0.17+ 0.02 mg/mL. This concentration
corresponds to a polyelectrolyte complexation e ciency of 92%.

The amounts of copolymer solution that we mixed in the above description are deter-
mined by using a titration procedure. Starting with an initial mixture of distilled water
and anionic copolymer solution, corresponding to a 10.3 mL solution containing 1.20
0.05 mg/mL of anionic copolymer, we add the 158 1.5 mg/mL cationic polymer solution
in 20 L increments. We consistently nd that macroscopic occulation occurs at 220 mL
of cationic solution added, which may correspond to a sort of equivalence point. However,
this is not a traditional equivalence point for polyelectrolyte complexes, as the molar ratio
of positive charges to negative charges of the complexes is not 1.1 but has a signi cant
excess of positive charge with a ratio of 2.9{3.3:1. This amount of copolymer solution
added to form macroscopic complexes does not change when adding dyes or contaminants
at a concentration of 2 g/mL, except for the case of phenolphthalein, where 240L of
cationic solution was needed for occulation. This di erence is likely due to a slight salt
concentration of about 1 mM NaCl from the preparation procedure and suggests that
there is a salt concentration dependence on the formation of these complexes, which is
normally observed in systems of aggregating polyelectrolyte complexeklslg] This e ect
may be explored further in a future study.

The removal e ciency for the dyes is determined by comparing the peak visible light
absorption of the Itered samples with complexes removed to a calibration curve from
stock solutions of the dye. We nd that the removal of crystal violet, the cationic dye,
is quantitative with a single Itration removing over 99.5% of the dye, reaching the de-

tection limit of the instrument used. We obtain similar results for phenolphthalein, a
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hydrophobic dye, with a removal e ciency of > 98%. It should be noted that Itration
experiments for phenolphthalein were performed in its colorless, neutral form, whereas
guanti cation experiments were performed in its colored, charged form. The removal
e ciency with a single ltration of methyl orange, the anionic dye, is 65+ 5%. We deter-
mine the removal e ciency of PFOA in a manner similar to the dyes, except using liquid
chromatography with mass spectrometry using electrospray ionization. A value of 630
0.5% is obtained for a single ltration. We also perform repeated ltrations for a sample of
per uorooctanoic acid, with the process of adding anionic copolymer solution, and then
cationic copolymer solution and magnesium sulfate being repeated twice for a total of
three lItrations. In total, 89.0 + 0.5% of the per uorooctanoic acid was removed in this
experiment, demonstrating that this system can signi cantly reduce the concentration of
environmentally relevant contaminants from aqueous systems. These results are shown in

Figure 2.2(a).

2.3.3. Con rmation of Dye Encapsulation and Micelle Formation in an An-

ionic Copolymer

Crystal violet and methyl orange are solvatochromic dyes, exhibiting visible absorbance
spectral shifts with changes in the hydrophobicity of the local environmentl]l7] We
leverage this behavior to obtain information on the interactions of the dyes with the
copolymer and resulting complex. Figure 2.2(b,d) shows that solutions of crystal violet
exhibit a solvatochromic red shift when mixed with small amounts of anionic copolymer
solution, with a peak absorbance shift from 593 to 598 nm. As the small amount of

copolymer added does not change the overall polarity of the solvent, the crystal violet
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Figure 2.2. (a) Filtration results. For each of the three dyes, the results
are averages from three separate lItration samples. Crystal violet and phe-
nolphthalein are quantitatively removed. For per uorooctanoic acid, results
for one and three Itrations on a sample of per uorooctanoic acid are shown.
Error bars are standard deviations from three runs of a single sample. (b)
Images of 2 g/mL aqueous solutions of crystal violet before (left vial)
and after (right vial) addition of 100 L of anionic copolymer solution (66
mg/mL). (c) Images of 2 g/mL aqueous solutions of crystal violet before
(left vial) and after (right vial) encapsulation in a polyelectrolyte complex
of anionic and cationic copolymer. (d) Visible absorbance spectra of a 2

g/mL solution of crystal violet in water as a function of added anionic
copolymer solution (66 mg/mL). A signi cant solvatochromic shift is ob-
served upon addition of trace levels of copolymer solution.

must be interacting strongly with the local hydrophobic domains of the anionic copolymer.
This spectral shift is similar to the shift shown when anionic micelles of sodium dode-
cyl sulfate are formed in solution with crystal violet. 118] This shift is retained when
complexes of the anionic and cationic copolymers are formed as shown in Figure 2.2(c),
indicating that crystal violet is located near the hydrophobic pockets that exist within
the polyelectrolyte complex. No solvatochromic shift is observed in absorbance spectrum
when anionic copolymer is added to a solution of methyl orange nor does the resulting

complex exhibit a visual color shift. These results indicate that methyl orange does not
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interact strongly with the hydrophobic domains of the polyelectrolyte complex, possibly
due to a weaker hydrophobic character and/or the same charge repulsion from the anionic
copolymer. This may explain the lower removal e ciency of methyl orange compared to
crystal violet. We turn to molecular dynamics simulations in order to di erentiate more
clearly the e ects that charge or hydrophobicity have in the segregation and removal of
these organic molecules and their molecular-scale interactions with the polyelectrolyte

complexes.

2.3.4. Simulations of Polymers and Dyes

We use coarse-grained molecular dynamics at two di erent length scales to study the
interactions of crystal violet, methyl orange, and variations of these molecules with the
polymer complexes. The Martini model provides information on the conformation of
the anionic random copolymer, while a more coarse, implicit solvent model is developed
to study the formation of complexes and interactions with the dyes. Using the Martini
model, we rst perform simulations of only the anionic copolymers and their counterions
without cationic copolymers or dyes(Figure 2.3(left)). The monomer fractions for the
anionic copolymers match the fractions used in experiments (EHMA: 0.44, PEGMA:
0.51, SPMA: 0.05), and each copolymer has a degree of polymerization (DP) of 100.
Figure 2.3(left) and (center) show that the anionic copolymers form micelles with both
models, and the distribution of hydrophobic, hydrophilic, and negatively charged beads
from the micelle center of mass. This distribution is di erent when cationic polymers
are added to create the complexes as the anionic chains become more elongated and less

micelle-like in Figure 2.3(right).
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Figure 2.3. Distributions of di erent bead types in the Matrtini (right) and
Coarse Grain (left) versions of the micelles. Both models show that the
anionic polymers can form spherical micelles with dimensions of 4-5 nm.
Distributions of beads which are hydrophobic are colored gold in both mod-
els and compose the hydrophobic cores of the micelles. Hydrophilic beads
in both models are colored blue and form the corona of the micelles. The
negatively charged beads in both models are colored teal and sit at the edge
of the hydrophobic core about 2 nm from the center of mass. In the Coarse
Grained model, more stretched conformations are observed when interact-
ing with the cationic copolymers, similar to the Martini model.

Like the anionic copolymers, we use monomer fractions that correspond to experiments
(HEMA: 0.54, TMAEMA: 0.46). In this case, DP =200 is chosen in order to represent the
larger molecular weight of the cationic polymer used in experiment. In both models, the
anionic copolymers that are not interacting with the cationic copolymers take on micellar
con gurations due to the hydrophobic side chains and backbone. When interacting with
the cationic polymers, the anionic copolymers take on much more stretched conformations

that still feature hydrophobic domains.
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The two models con rm that the anionic copolymer forms a hydrophobic core with
a hydrophilic corona and charges sitting at the edge of the hydrophobic core. This
demonstrates the ability of the coarse-grained model to capture the conformation of the
methacrylate-based, random, charged copolymers. As was noted above, the experimental
polymer charge ratio, i.e., the total ratio of positive charges on all of the copolymers to
the total number of negative charges on all of the copolymers, was 2.9{3.3. (As in the sim-
ulations, counterions make the system charge neutral overall). Earlier experimental work
done of complex coacervation has suggested that only polymer charge neutral systems
form macroscopic phases whereas noncharge neutral systems should form smaller disper-
sions. [119] Some studies even presuppose that this condition should be m&6] Even
when studies have extended the modeling to include charge anisotropy and short-range
attractions, the models include only uctuationsvia linear response theory (or random
phase approximation), and when ionic correlations are included, they are assumed to be
local using a binding energy of ions to the chain backbon&7, 120] The distribution
of charge on the polymers, along with the formation of hydrophobic domains for the an-
ionic copolymer, likely plays a role in the nonstoichiometric polymer charge ratio of the
complexes. The polymers used in this study are nearly ideal random copolymers, as the
reactivity ratios of the methacrylate monomers are nearly 18p] Thus, the charges are
randomly distributed, and we can calculate the number fraction or probability of nding

a sequence of N charged units on the polymetZ1].

(2.1) P(N)=fJ'(1 fo)
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wheref . is the charge fraction of the polymer. The cationic copolymer has a much
higher charge fraction of 0.46, compared to the anionic copolymer charge fraction of 0.05.
We can conclude that on average that the cationic copolymer has considerably longer
and more frequent positive charge sequences than the anionic copolymer has negative
charge sequences. We also note that the average distance between charge sequences is
the reciprocal of the charge fraction, being 20 for the anionic copolymer and 2.2 for
the cationic copolymer. Compounded with the fact that anionic charges are spread out
over the surface of hydrophobic domains, regions of the cationic copolymer with longer
charge sequences will require interactions with multiple hydrophobic domains to e ectively
compenstate the charge. Steric e ects will limit the number of hydrophobic domains that
can aggregate in a local area, at times leading to uncompensated positive charges.

The coarse-grained simulations support this hypothesis, and a polymer charge ratio
near 3 was required to create a percolated structure, in reasonable agreement with the
experimental polymer charge ratio (2.9{3.3). In Figure 2.4, we explore the percolation
(counting only the hydrophobic beads) of the system as more cationic polymer is added
by examining the probability of nding a polymer in a cluster of a certain size as a
function of the polymer charge ratio. This probability is a weight-average probability, as
opposed to a number-average probability, meaning that the probabilities are normalized
by the total number of polymers in a cluster of a certain size as opposed to the total
number of clusters of a certain size. Thus, a delta function for a cluster size of 1 signi es
a single cluster of all the components. At polymer charge ratios below 1, large clusters
constituting up to 60% of all polymers are observed. In these clusters, cationic copolymers

serve as high-valency cross-linkers, forming hydrophobic connections with on average eight
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anionic copolymers in a \pearl-necklace"-like structure.122] The ratio of charges on the
average cationic polymer to the average anionic polymer is 9.2, meaning that the charge on
the average cationic polymer is incompletely compensated by the 8 anionic copolymers
on average to which it is connected. Consequently, free micelles and smaller clusters
containing both cationic and anionic polymers are also observed. For the same reason,
these smaller clusters always have a net positive charge even though the system is net
negatively charged. As the charge ratio is increased above 1, more cationic polymer is
added, and there is an electrostatic driving force for the free micelles to enter the densely
connected phase. However, smaller dispersions are still observed, and only when the
charge ratio continues to increase to the observed experimental ratio of 3 do we see the
smaller dispersion completely incorporated into one large cluster.

The use of positively and negatively charged polymers combined with the statistical
nature of copolymerization creates a system where individual polymers have a range of
compositions in terms of charge sign, fraction, and hydrophobicity. It has been shown that
amphiphilic copolymers with a distribution of compositions should phase separate into
many phases with di erent compositions. 17, 123] However, we do not observe this in
simulation or experiment due to the addition of the charged monomers and the energetic
cost of creating many interfaces. Instead, we observe local charge heterogeneity as shown
in Figure 2.5. This is shown by splitting the simulation box into many smaller cells of a

certain size,L, and calculating the e ective charge in those cell ¢

(2.2) Zff = N* + N
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Figure 2.4. Probability of a chain being in a certain sized cluster, where the
cluster size is measured as a fraction of the nite sized simulation, as a func-
tion of polymer charge ratio, which is de ned as the ratio of the number of
positive charges to the number of negative charges in polymer clusters (the
system is electrically neutral due to counterions). At low charge ratio, free
micelles, small clusters, medium-sized clusters, and large clusters comprised
of nearly every chain are observed (left). As the polymer charge ratio is in-
creased above 1, there is an electrostatic driving force for the free micelles to
enter the dense phase; the free micelles should be incorporated in the dense
phase even if it is not connected through hydrophobic interactions (center).
As the charge ratio is further increased to 2 and above, the medium-sized
clusters e ectively disappear, leaving the polymers in one dense phase (red
test tube). This agrees well with experiments where a polymer charge ratio
above 3 is necessary to drive all the polymers into a macroscopic phase.

whereN * is the number of positive charges in the celland is the number of negative
charges in the box. In Figure 2.5(@)N* and N are restricted to be charges on the
polymers; in Figure 4(b), they can be any charge including those from the counterions. At
small cell sizes, we observe two peaksafl with and without the inclusion of counterions
in the e ective charge of the box. That is, the system develops domains with di erent
fractions of charge. The energy penalty-., associated with this charge heterogeneity is
proportional to the square of the e ective charge, divided by the cell sizd,, in terms

of the Bjerrum length, Iz = €=(4 kgT) with o being the permittivity of vacuum,



75

being the relative permittivity of the media, e being the elementary chargekg being
Boltzmann's constant, and T being absolute temperature. Here, we use the Bjerrum

length in water, 0.7 nm, which comes from its bulk dielectric constant, = 80.

fc / ngf g

5
ke T L /lsl

(2.3)

The compensation for this charge heterogeneity must come from the hydrophobic
interactions of the anionic and cationic copolymers. The energy of these hydrophobic
interactions, Fy, comes from the interface between the solvent and hydrophobic domains.

It scales with the surface tension, , and, by dimensional analysis, the cell size squared.

(2.4) ——/ L?

Thus, the charged term has a much stronger scaling with the cell size, and as a result,
the two peaks at+ 1 are observed only at small length scales, obtained by minimizing the
sum of egs 2.3 and 2.4 giving hetero / (E)m. Free counterions help to compensate the
charge on the polymers, decreasing this length scale in Figure 2.5(b). Above this length
scale, the population of cells with di erent numbers of charges tends toward a Gaussian
distribution with zero average net charge, while the distribution width becomes broader
as L increases. This is due to the stretched conformations of the copolymers in complexes
as described in Figure 2.3. We note that when L increases beyond a critical value, the

width of the charge distribution should shrink again, because there is no system with
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Figure 2.5. (a) Calculations of charge heterogeneity for charges on poly-
mers. The simulation box is split into smaller cells of di erent lengthsL,
and then the e ective charge from the polymers in these boxes is calcu-
lated according to eq 2.2. Box sizes of 2.5 and 5 nm show two peaks where
the e ective charge is+ 1. This shows how the hydrophobic energy of the
polymers leads to local charge segregation in these polyelectrolyte com-
plexes. (b) Calculations of charge heterogeneity for charges on polymers
and counterions. The same calculation is performed as described above.
Free counterions help to negate some of this charge segregation, but at
small length scales, the two peaks are still observed. At larger length scales,
with a Gaussian distribution centered at 0, e ective charge is observed. (c)
Electrostatic driving force for dye segregation. The electrostatic energy of
di erent dyes when they are free in solution and segregated in the com-
plexes as well as the energy di erence between the states.

macroscopic excess charge. Finally, when L approaches the system box size, we observe

a delta function at zero given the electroneutrality condition imposed in the simulations.
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The charge heterogeneity also impacts the absorption of the dyes. In order to explore
the generality of the method to segregate di erent molecules, we used seven variations of
crystal violet and methyl orange coarse grain dyes shown in Figure 2.2. These molecules
were added into the simulations with a polymer charge ratio of 3.25 at a ratio of 1 dye mol-
ecule to 130 polymer monomers. A dye is considered segregated if any of its hydrophobic
beads is within a certain distance of a hydrophobic bead belonging to a polymer. Follow-
ing experimental trends in removal rate, the crystal violet has a higher condensation rate
than methyl orange. This makes sense given the additional hydrophobic benzene ring in
the crystal violet that e ectively increases its hydrophobic interaction with the complex.
Overall, for purely hydrophobic dyes, the more hydrophobic beads it contains, the higher
the percentage of segregated contaminants in the sample. This dependence of segregation
to hydrophobicity is in line with experimental results in related polymer{micelle com-
plexes. P8] We also see that adding a charged bead to a given hydrophobic structure
decreases the percentage of molecules segregated. These segregation results are shown in
Figure 2.6(a).

As expected for the net positively charged polymer complex, the negative methyl
orange dye is more readily segregated than its positive counterpart. This is supported
by Figure 2.5(c), which shows that the electrostatic driving force is stronger for methyl
orange than its positive counterpart. That is, for the negative dye, the electrostatic
energy decreases upon condensation into the polymer complex, whereas for the positive
dyes, there is almost no di erence in electrostatic energy despite the polymer charge ratio
of 3.25. Figure 2.5(c) also shows that, due to the charge heterogeneity demonstrated in

Figure 2.5(a), the absorption of the positive dyes is not adversely impacted by the net
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Figure 2.6. (a) Percentage segregation for the seven simulated dyes. The
ratio of dyes to polymer monomers is 1:130, and the volume fraction of
polymers is 10%. Segregation is de ned as any hydrophobic dye bead be-
ing within a cuto distance from a hydrophobic polymer bead. Almost all
condensation occurs on the anionic polymers, which form stretched micelle-
like structures with hydrophobic cores. The more hydrophobic a dye is, as
measured by the number of hydrophobic beads, the higher the percentage
segregated. Adding a charged bead to a hydrophobic dye always decreases
the percentage segregated. (b) Circular variance as a measurement of dye
location within hydrophobic domains. The circular variance is used to mea-
sure the degree of hydrophobic burial of a dye. It is calculated by taking the
length of the vector sum of all the unit vectors from the dye to hydrophobic
beads that are within the cuto distance. This is then divided by the num-
ber of vectors and subtracted from 1. Thus, 1 is the maximum burial, and

0 is the minimum. (c) The position of dyes within hydrophobic domains as
measured by circular variance. Left and center show speci ¢ comparisons
for dyes with and without charges. The uncharged dyes are always much
more buried. The right shows how the degree of burial continues to increase
as the number of hydrophobic beads in the dye is increased.
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positive charge on the complexes. The heterogeneity of the charges in the complex makes
it possible for both negative dyes to reduce their energy upon condensation. In contrast,
the positive dyes are relatively una ected, because there are areas of net positive and net
negative charge in the polymer complex, which is net positive. This encouraging generality
of the method is not anticipated by simple intuition, which shows the importance of
the heterogeneities in charge and composition caused by the random copolymers (some
domains have positive charge and some negative) as shown in Figure 2.5(a,b).

This generality is explained by examining the location of condensed dyes within the
hydrophobic cores present in the polymer complexes. To this end, we measure the hy-
drophobic circular variance. A full explanation of the circular variance is given in Fig-
ure 2.6(b), but it is used as a measure of the degree of burial of the dyes. Maximum
burial by hydrophobic beads corresponds to a circular variance of 1, and minimum burial
corresponds to a circular variance of 0. The distribution of circular variances for the
di erent dyes is shown in Figure 2.6(c). There are two basic distribution shapes, one for
charged and one for uncharged dyes. The distribution for charged dyes skews to lower
values meaning that these dyes are restricted to be closer to the surface of the hydropho-
bic region due the charges preferring the ionic solvent environment. However, we notice a
di erence in the segregation behavior of oppositely charged dyes, with 10% of the segre-
gated anionic methyl orange condensed to a hydrophobic bead on the cationic copolymer,
compared to 1% for the segregated crystal violet. Despite the fact that both dyes reside
at the interface of hydrophobic and hydrophilic regions of the polyelectrolyte complex,

their hydrophobic interactions can be signi cantly di erent given that the methyl orange
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is more likely to interact with the cationic copolymer than the crystal violet. This dis-
crepancy may help explain why we do not observe a solvatochromic shift in experiments
where methyl orange was segregated into complexes.

The distribution for the uncharged dyes tends toward higher values of burial, and
the distributions indicate more burial as more hydrophobic beads are added. This burial
means a stronger overall interaction between the hydrophobic portion of the dye and the
hydrophobic domain of the complex, explaining the trend of lower percent segregated
for charged dyes despite no adverse e ects observed in the electrostatic potential (see
Figure 2.5c). The stretched conformations of the anionic copolymers could be contributing
to the removal of the charged dyes, because they have a higher surface area to volume
ratio than spherical micelles and thus allow more low circular variance sites for the charged

dyes to condense.

2.4. Future Outlook

We developed a method to segregate organic molecules from water into complexes
formed by two oppositely charged, random copolymer species. We demonstrated that the
heterogeneity of the complex plays an important role in providing favorable interactions
to a wide variety of small molecules, as shown by our analysis of positively charged, neg-
atively charged, and hydrophobic molecules. Hydrophobic interactions from hydrophobic
cores play a dominant role for segregation into the complexes, and charged molecules
undergo relatively favorable electrostatic interactions due to nanoscale charge segregation
in the complexes. There are still many interesting aspects of this system to explore. The

sizes and distribution of the hydrophobic domains, and whether such domains are formed
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primarily through interactions between multiple polymer chains, are another aspect of
heterogeneity in our system, which likely a ects molecule uptake. We also claim that
the hydrophobic domains, along with di erences in charge distribution of the polyelec-
trolytes, leads to nonstoichiometric charge ratios for macroscopic complexes. It may then
be possible to tune the charge distribution and hydrophobic content to change this charge
ratio, which may also a ect molecule uptake. Investigating how di erent copolymer com-
positions a ect these various parameters and molecule uptake could be an active eld of
research.

Our work has implications for disordered systems such as membraneless organelles to
concentrate small-molecule substrates necessary for enzymatic biological processes. Com-
bining this result with the ability of synthetic random copolymers to form complexes with
enzymes, §5] we expect that it may be possible to replicate the function of membraneless
organelles in optimizing enzymatic activity by colocalizing an enzyme and its substrate,
with potential industrial applications.

This method has the potential to provide an economical approach to remove a wide
range of dye and contaminants from water on a large scale, as random copolymers can
be synthesized inexpensivelyia free radical polymerization. The basis of favorable in-
teractions between various molecules lies within the statistical distribution of monomers
that leads to heterogeneity at the nanoscale, and controlling dispersity or other structural
features of the polymer through more expensive techniques such as controlled radical
polymerization is not necessary. This technique could be incorporated into existing wa-
ter remediation processesia addition of a well-designed anionic random polyelectrolyte

during a occulation step. The occulation behavior of these polyelectrolyte complexes
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also has the potential to lead to the removal of hydrophobic particles from water such
as enzymes and nanoparticles including nanoplasticgl9] something which traditional
occulants may have di culty accomplishing, as they lack a signi cant hydrophobic in-
teraction. Further studies on interactions between these heterogeneous polyelectrolyte

complexes and bulk polymer surfaces are planned to explore such a possibility.

2.5. Methods

2.5.1. Molecular Dynamics Simulations

Molecular dynamic simulations were run at two di erent length scales. The ner simula-
tions use the Martini force eld with polarizable water. [L24, 125] In these simulations,
we study the distribution of di erent groups in micelles formed by the anionic copolymers.
The model parameters used in these simulations were taken from a combination of sources
studying similar polymers. 124, 126] The beads used are shown in Figure 2.1. The
coarse-grained molecular dynamics simulations were performed using the HOOMD-blue
package. 127, 128] An implicit water force eld comprised of hydrophobic, hydrophilic,
and charged beads was used to model both types of polymers and many di erent dyes.
As shown in yellow in Figure 2.1, the backbone of all methacrylate polymers is composed
of one hydrophobic bead per monomer, which is bonded to the next monoma a har-
monic bond. The side chains are unique to each monomer. The side chain of EHMA is
modeled with two more hydrophobic monomers, PEGMEMA is composed of 6 hydrophilic
beads (blue), and SPMA is a hydrophobic, followed by a negatively charged bead (green),
which is accompanied by a positive counterion (pink). The cationic polymers are made of

TMAEMA, which is modeled a positive bead (red) and accompanying counterion (green),
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and HEMA, which has no side chain. Crystal violet, methyl orange, and variants of these
dyes were also modeled using the same hydrophobic and charged beads as described in
Figure 2.2. By utilizing additional angle potentials, their rigid shapes were conserved.
2.5.1.1. Coarse-Grained Model.  Our force eld features 7 types of beads. The \B"
beads are used to represent hydrophobic subunits of polymers and contaminants, while
the \L" beads represent the hydrophilic subunits. The rest of the beads represent positive
and negatively charged subunits and ions. They are \QP", \QM", \QPi", \QMi", and
\QMsmall". The beads ending in \i* are smaller ion beads. \QMsmall" is the same size
as an ion, but is used to represent the fact that we expect the negative charge on the
SPMMA to be less shielded than the METAC.

Volume-excluding and hydrophobic pair interactions are handled by a Lennard-Jones

interaction

25) Vo (D=4 ()2 ()]

For all pairs of beads, which are not both \B", the potential is truncated at 2,
making it a purely repulsive WCA potential. [129] For pairs of \B" beads, the Lennard-
Jones potential has a well depth,, of 1 kg T and is truncated at 3 . The mixing rule for

is arithmetic.

(2.6) = 5 =0+ j)=
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Explicit coulomb interactions are calculated using the PPPM method.128] All bead
types beginning with \Q" have a charge of 1.609 * 10-19 c. We use the bulk dielectric

constant of water, 80. The charge, q, and diameter,, of each bead type is shown below

in table 2.2.

Table 2.2. Non-bonded parameters for the Coarse-Grained Force eld

Type (hm) | g (e)
B 0.5 0
L 0.5 0
QP 0.5 1
QM 0.5 -1
QPi 0.3 1
QMi 0.3 -1
QMsmall | 0.3 -1

All bonds use a harmonic spring of the form

1
(2.7) Vibond(r) = 5Kpona(r ro)?

whereKpong = 120 kg T /nm? and ry = 0.5nm.

All angles used are harmonic angle potentials of the form

(2.8) Vangle(r) = %kangle( 0)°

Angle potentials used in contaminants uskangie = 120kg T=rad? and , =120 or 180
depending on the chemical shape of the contaminant. Angle potentials in the backbone
of the polymers usekange = 1kg T=rad? and o = 180 . These values were calibrated to

observe gelation of the system.
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2.5.1.2. Martini Model. We use Matrtini version 2.2 with polarizable water]24, 125].
The parameters for the random anionic copolymers come from a variety of sourcké2d,

130].

Figure 2.7. A full description of the bonded parameters for the random an-
ionic copolymers. Angle names (see Table 2.4) are italicized and bond
names (see Table 2.3) are underlined. Bead names control which the
Lennard-Jones parameters all come from the martini force eld.

All bonds use the same harmonic potential as in eq. 2.7 and the parameters are detailed
in table 2.3.
All angles use the same harmonic potential as in eq. 2.8 and the parameters are detailed

in table 2.4.



Table 2.3. Bond parameters for the Martini Force eld

Type Kpona(kJ=mol=nm?) | ro(nm)
MMABackbone 21 100 0.289
PEG 7 000 0.32
SC1-Na 17 000 0.282
EHMA1 17 000 0.54
EHMAZ2 1250 0.425

Table 2.4. Angle parameters for the Martini Force eld

Type kangle(kJ:mO|=rad2) 0( )
MMABackbone 13 175
MMAJoin 67 144
PEG 400 122
EHMA 25 180

86
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CHAPTER 3

Tailoring Interactions of Random Copolymer Polyelectrolyte

Complexes to Remove Nanoplastic Contaminants from Water

This chapter is based on the work of Jeremy Wang, Curt Waltmann, Caroline Harms,
Sumeng Hu, Jack Hegarty, Ben Shindel, Qifeng Wang, Vinayak Dravid, Kenneth Shull,
John M. Torkelson, and Monica Olvera de la CruzTailoring interactions of ran-
dom copolymer polyelectrolyte complexes to remove nanoplastic contaminants

from water , which has been submitted to Langmuir. Certain details have been modi ed.

3.1. Abstract

We investigate the usage of polyelectrolyte complex materials for water remediation
purposes, speci cally their ability to remove nanoplastics from water, on which there
is currently little to no prior research. We demonstrate that oppositely charged random
copolymers are e ective at quantitatively removing nanoplastic contamination from aque-
ous solution. The mechanisms underlying this remediation ability are explored through
computational simulations, with corroborating quartz crystal microbalance adsorption
experiments. We nd that hydrophobic nanostructures and interactions likely play an

important role.
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3.2. Introduction

Microplastic, and more recently, nanoplastic pollution are issues of emerging concern.
A bulk of microplastics come from larger pieces of plastics exposed to the environment.
The combination of UV light, which makes plastic particles brittle, and the constant
abrasion of wave motion from bodies of water cause erosion of the macroplastics and
the release of smaller particleslB1, 132, 133] Over time, these particles can become
even smaller through other degradation processes which can be chemical or biological.
[134, 135]

While the plastic particles themselves are thought to be relatively inert, they can still
have adverse e ects on environmental and human health. Microplastics can concentrate
toxic chemicals or heavy metals already present in the environment136] Due to the
hydrophobic nature of microplastics, hydrophobic chemicals such as bisphenols or other
molecules of concern easily partition onto their surfac&37] while favorable electrostatic
interactions between polymer surfaces and ions contribute to heavy metal adsorptidi3$]
Nanoplastics are thought to be considerably more potent at this partitioning and ad-
sorption behavior due to their increased surface area to volume ratid39, 140] They
also present additional concerns from their small size, as research has shown that these
nanoplastics are much more biologically active and can penetrate cell membranes or even
be cytotoxic. [141, 142] The combination of these aspects make nanoplastics potentially
more hazardous than microplastics.

Currently, there are various techniques being investigated to remove microplastics
and nanoplastics from water. Some recent methods include the use of advanced oxidation

processes to decompose plastics through catalytic meah4d, 144] Others involve the
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electrocoagulation of the plastic particles from water using charged electrodég$, 146]
However, microplastics and nanoplastics tend to be quite dilute in bodies of water, leaving
large volumes of water to be treated.131] Thus, there is a need for economical and scal-
able processes to remove microplastics and nanoplastics from water. Industrial treatment
processes such as sand ltration, activated carbon Iters, and membrane ltration have
been shown to be relatively e ective at removing microplastics and nanoplastics, either by
preventing particulate contaminants above a certain size from passing through the lter
or by adsorption of the particles onto the Itration medium. [135, 139, 147] However,
these techniques run into the issues of membrane fouling, pore clogging and adsorption
capacity, which reduce the water ow and e ectiveness of the lters over time. 135, 139]
The technique of occulation, where negatively charged colloidal particles are aggre-
gated through the use of oppositely charged occulants, such as cationic polymers, has
also been explored.148, 149] Flocculation has particular advantages, as it is relatively
simple to perform and is a widely adopted form of water treatment. It can also help
reduce fouling of membranes used in subsequent membrane ItratiotbP] Studies on
the removal of nanoplastics through occulation are somewhat sparse and the results can
be quite variable, depending on factors such as size, solution pH, and occulant dosage.
Most studies have focused on polystyrene nanoplastics, and removal results typically range
from 40% to 90+%, [L51, 152, 153, 154 ] with one study reporting no removal.L147] One
study used a methacrylic acid polymer as a surrogate for polyethylene terephthalate and
found a removal rate of 88%. 155] Developing reliable and e ective occulation tech-
niques to remove nanoplastics could go a long way in addressing nanoplastic pollution

with established and accessible techniques.
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In a previous paper 0], we used a occulation-like technique to remove chemical
contaminants from water. By combining a negatively charged random copolymer with a
positively charged random copolymer, we were able to create macroscopic, solid complexes
that could be removed from water through a simple ltration process. These polyelec-
trolyte complexes (PECs) have the ability to absorb various molecules due to favorable
hydrophobic and charged interactions. In general, PECs are formed due to the presence
of oppositely charged groups, but their interactions, properties, and phase behavior are
highly tunable by a number of di erent factors. These can include solvent quality2[7],
ionic solution conditions P3, 156, 157, 89, 21], polymer rigidity [26], and monomer se-
guence (blockiness)120, 42] One can even include other components in PECs including
micelles[L58] and bioactive proteins containing both positive and negative charges into
these complexeslp9, 30, 40, 31]

The usage of random copolymers can provide additional tunability through the poly-
mer composition, with the statistical distribution of the monomer sequence potentially
enhancing polymer-surface interactions through a form of pattern recognitio83, 82,
160, 84] Correlations in monomer sequence increase the a nity of polymer adsorption
onto surfaces, particularly for heterogeneous surfaces. This concept was utilized to form
nanoscale aggregates of oppositely charged random heteropolymers and single proteins,
which have a heterogeneous surface, in organic solvents and polymer m&%s.[L61] We
demonstrated complexation of random copolymers and the enzyme PETase in an aque-
ous solution,[L62] which increased the activity of the PET-degrading enzyme on PET
Ims. One potential mechanism for this enhancement is the ability of the copolymer-

enzyme complex to stick and adsorb onto a PET surface due to a hydrophobic surface
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a nity between the polymer and PET surface.[163] Here, we hypothesize that favorable
interactions between macroscopic random copolymer PECs and PET can be utilized in
occulation to remove PET nanoplastics from solution.

In this study, we investigate the ability of random copolymer polyelectrolyte complexes
to remove PET nanoplastics through a occulation technique. As in our previous work,
we use random methacrylate copolymers synthesized via free radical polymerization. The
anionic copolymer is composed of hydrophobic ethyl-hexyl methacrylate (EHMA), hy-
drophilic polyethylene glycol methyl ether methacrylate (PEGMEMA)(500 Mn), and neg-
atively charged sulfopropyl methacrylate (SPMA); the cationic copolymer is composed of
the hydrophilic hydroxyethyl methacrylate (HEMA) and the positively charged trimethy-
laminoethyl methacrylate (TMAEMA). PET nanoplastics were prepared through nano-
precipitation techniques and loaded with Nile red uorescent dye to enable the quanti ca-
tion of removal via uorescence measurements. We observe that increasing the content of
hydrophobic monomer EHMA in the anionic copolymer increases the amount of nanoplas-
tics removed from solution, with the most hydrophobic polymer showing quantitative
removal. Our hypothesis is that these PECs can adsorb and stick onto PET nanoplas-
tics, encapsulating them into macroscopic ocs which can be removed relatively easily
through coarse ltration. We investigate these polymer-surface interactions using quartz
crystal microbalance (QCM) experiments to gauge the adsorption behavior of the an-
ionic random copolymers on PET, along with corresponding Martinill4] coarse-grained
molecular dynamics simulations. We show that hydrophobicity can non-monotonically

impact polymer-surface interactions due to changes in polymer conformation. Finally,
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