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ABSTRACT

After Albert Einstein’s extraordinary insight into Brownian motion and Jean Baptiste Perrin’s
seminal study of Brownian motion of particle suspensions, humanity realized that matter is com-
posed of atoms and molecules. How these tiny building blocks assemble into the colorful and
complex world remains a question for all curious minds. Due to the existence of highly oriented
and saturated interactions, network structures emerge as an important morphology for materials.
Regarding the self-assembly process, I developed a phenomenological model of the nucleation and
growth of hydrogen-bonded organic frameworks. The minimal model captures the complicated
free energy landscapes of the network structure and predicts that the dominant product is sensitive
to experimental conditions. We then proceed to a natural application of the network structure. Co-
valent organic framework (COF) membranes are known for their tunable pore sizes, which make
them an ideal candidate for water purification and desalination. However, the morphology of COF
membranes is not well understood due to their polycrystalline nature. The mechanism of size-
sieving purification is therefore questionable. Experiments reveal that adsorption is an alternative
mechanism to the filtration mechanism. My theoretical model provides important insights into
why large dye molecules tend to have higher affinities for the membranes, explaining why peo-
ple believe the plausible explanation of size-sieving filtration. The transport inside the network
structure is highly coupled to the geometry of the host matrix. When the network is vibrating,
the nonequilibrium transport is coupled to the vibrational degrees of freedom. We observe an

interesting soliton-like excitation in the far-from-equilibrium regime.



ACKNOWLEDGEMENTS

I would like to express my deepest gratitude to many people who supported and accompanied
me throughout my doctoral studies. First and foremost, I want to thank my advisor, Prof. Monica
Olvera de la Cruz, for guiding me not only as a scientist but also as a mentor in life. Over the past
six years, she gave me the freedom to explore the amazing world of soft matter physics and offered
numerous forms of support along the way. I also want to thank the members of my committee,
Prof. Michael Bedzyk and Prof. George C. Schatz, for taking the time to review this document
and provide their valuable suggestions.

I am very fortunate to be a member of this intelligent, supportive, and fun lab. Dr. Felipe
Jimenez led me into my first project and gave me tremendous guidance and advice. His ideas are
very insightful and illuminating. I also want to thank Dr. Trung D. Nguyen, Dr. Baofu Qiao, and
Dr. Eleftherios Kirkinis for their valuable help and advice in science and programming. Dr. Yihao
Liang showed me the beauty of Monte Carlo simulations with different techniques, which helped
me throughout my PhD research. 1 always enjoy scientific discussions with Dr. Hang Yuan, Dr.
Yange Lin, Dr. Yao Xiong, and Yang Li, which led to many fruitful ideas. Dr. Leticia Lopez-
Flores is always energetic and provides me with tremendous help in simulations. Dr. Han Umana
Kossio is a great scientist who is knowledgeable in Chemistry, Biology, and many languages! It
was always fun talking with him in the office. I also learned a lot about continuum physics from
Dr. Ahis Shrestha and Dr. Aaveg Aggarwal. I wish that I could learn more about the subject and
apply it in my future research. Dr. Ali Ehlen is a great scientist and person with great physics
intuition. So is Hector, and I believe that makes them great partners. I am also indebted to Dr.
Jianshe Xia, from whom I learned a lot of knowledge and techniques in polymer physics. I would

also like to extend my gratitude to all the other group members, whose warmth and helpfulness



have greatly influenced my PhD life.

My PhD life would not have been complete without my friends and classmates. It was a great
time studying, cooking, and playing with my Applied Physics cohort. I also made many great
friends in the English program, starting even earlier than the first quarter at Northwestern. I would
like to express special gratitude to my love, Yaxin Cui, for supporting and sharing her enthusiasm
with me over the years.

Finally, I would like to thank my parents, Wei Qian and Wei Wang, for their support and love

throughout my entire life.



TABLE OF CONTENTS
Acknowledgments . . . . . . . 3
Listof Figures . . . . . . . . . 10
Listof Tables . . . . . . . . . . 13
Chapter 1: Introduction . . . . . . . . . . . . . e 14
Chapter 2: Self-assembly of physical-bonded network structure . . . ... ... .... 18
2.1 Chapterabstract . . . . . . . . . . .. e e e e e 20
2.2 Introduction . . . . . . . . e e e e e e 21
2.3 Resultsand discussion . . . . . . . ... e e 23
2.3.1 Evolution of Fiber Structures. . . . . . . ... ... ... ... ... .. 23
2.3.2 Characterization of the Structure at the Early Stage . . . . ... ... ... 24
2.3.2.1 Atomic Force Microscopy (AFM). . . . .. ... ... .. ... 24
2.3.2.2 Transmission Electron Microscopy (TEM). . . . . .. ... ... 26

2.3.2.3 Proposed Hydrogen-Bonded Organic Nanotube (HONT) Model. . 27

2.3.3 Theoretical Investigation of the HONT Formation at the Early Stage. . . . . 29



2.4

2.3.3.1

2.3.3.2

2333

2334

The Internal Degrees of Freedom of Arms and Steric Effect. . . .
The Graph Representation of the Assembly. . . . . . . ... ...
The Kinetic Monte Carlo (kMC) Simulation of Self-Assembly.

Kinetic Growth Pathways and Free Energy Landscapes. . . . . .

2.3.4 Growth Mechanism of Hydrogen-Bonded Fibers. . . . . . . ... ... ..

CONCLUSION

Chapter 3: Functions of planar macromolecules with networked structures . . . . . . .

3.1

3.2

33

34

Chapter abstract

Introduction . .

Experimental observations . . . . . . ... ... L e

3.3.1 Powder adsorption experiments . . . . . . . . .. ... ...

3.3.2 Flow experiments through a polycrystalline COF pellet . . . . . .. .. ..

Molecular simulations and theoretical modeling . . . . . . .. ... .. ... ...

3.4.1 Description of the simulational systems . . . . ... ... .........

3.4.2 Determining experimental free energies of adsorption from K values

3.4.3 Calculation of enthalpic and entropic components of absorption free energy

3.5 Conclusions, Implications, and Outlook . . . . ... ... ... .. ... .....

Chapter 4: Transportin a network structure . . . . . .. ... . ... ... .. .....

4.1

Chapter abstract

36

39

41

44

46

47

49

51

57

57

57



4.2 Introduction . . . . . . . .. e 66
4.3 Model and methodology . . . . . . . ... 68
4.4 Resultsand discussion . . . . . . ... Lo 73
4.4.1 Lane to cluster transition and phase diagram . . . . . . . .. ... ... .. 76

4.42 Asphericity of theclusters . . . . . . . ... ... L L. 80

4.4.3 Soliton-like vibrational motions of the large particles . . . . ... ... .. 81

45 Conclusions . . . . . . . e 84
Chapter 5: Conclusion and Future Work . . . . . . ... ... ... .. ... .. ..., 86
5.1 Summary of key findings and significance . . . . ... ... ... ... ... ... 86
5.2 Opportunities for futureresearch . . . . . . . .. .. ... ... ... ... ... 87
5.2.1 Preliminary results on polyelectrolyte gels . . . . . . . ... ... ..... 87

5.2.2 Summary of future directions . . . . . . . . ... ... 92
References . . . . . . . 107
Appendix A: Supplementary information for Chapter2 . . . . . .. ... ... ..... 108
A.1 Materials / General Information . . . . . . ... ... ... .. ... ... 109
A.2 UV-Visible Spectroscopy . . . . . . . . . o i e e e 110
A.3 Atomic Force Microscopy (AFM) . . . . . . . .. ..o 111
A.4 Transmission Electron Microscopy (TEM) . . . . . ... ... ... ... .... 114
A.5 N; Adsorption Isotherm . . . . ... ... ... ... ... 115



A.6 Phenomenological Model ofdRET Assembly at Early Stage . . . . . . ... ... 116
A.6.1 Dimerization Free Energy Calculation and the Solvent Effect . . . . . . . . 116
A.6.2 Shape Anisotropies and Snapshots gPHT Assemblies . . . . . . .. .. 118
A.6.3 Free energy of fragments and free energy landscape of growth paths at

differentregimes . . . . . . . . 118
A.6.4 Experimental Control for Proposed Theoretical Model . . . . .. ... .. 119

A.7 Field Emission Scanning Electron Microscope (FESEM) . . . . .. .. ... ... 120

A.8 More Details about Higher-Order Structures . . . . . .. ... ... ... ..... 120
A.8.1 Thermodynamics of fPET Assembly . . . . . . . . .. . ... ... ... 120



2.1

2.2

2.3

2.4

2.5

2.6

2.7

2.8

3.1

3.2

3.3

3.4

3.5

3.6

10

LIST OF FIGURES

Evolution of hydrogen-bonded ber structures in }® under ambient conditions. 22

Characterization of nucleation and growth of hydrogen-bonded structures at an
earlystage . . . . . .. 25

Proposed hydrogen-bonded organic nanotube (HONT) model. . . . .. ... ... 28

[llustration of the structure of PET monomer and steric effect between the arms . 30

Growth regimes predicted by kinetic Monte Carlo simulations . . . . ... .. .. 35
Energetics of nanotube growth atanearlystage . . . ... ... ... ... .... 37
Higher-order structures . . . . . . . . . . . . . . . 39
Images of microbers . . . . . . ... 42
Cartoon depictions of water lItration mechanisms . . . . . .. ... ... .. ... 48
Molecular structures of COF monomer and dye molecules . . . . ... ... ... 50
Removal of various organicdyesby COFs . . . . . .. ... ... ... ...... 52
Rejection of dye moleculesbya COF pellet . . . .. ... .. ... ... ..... 53
Breakthrough experiments of dye molecules through COF pellets . . . . . . .. .. 56
Potential of meanforce . . . . . . . . . . . ... 60



3.7

4.1

4.2

4.3

4.4

4.5

4.6

4.7

5.1

5.2

Al

A.2

A3

A4

A5

A.6

A7

A.8

11

Entropy and enthalpy portions . . . . . . . .. ... .. ... 61
Sketches of the system geometry of binary colloidal mixture . . . ... ... ... 69
Representative snapshots of colloidal mixtures driven in opposite directions . . . . 74
lllustrations of different states in the driving colloidal mixtures . . . . .. ... .. 75
Phase diagram of driven colloidal mixtures . . . . . . .. .. ... ... ...... 76
Number of clusters and size-weighted average asphericity . . . . . . .. ... ... 78
Vibrational motions of the large particles . . . . . . . ... ... ... ... ..., 79
Vibrational spectra of large particles . . . . . . .. .. ... ... ... ...... 83
Schematics of Debye-Huckel-Onsagertheory . . .. .. ... .. ... ...... 89
Dependency of molar conductivity on the ionic concentration . . . . . ... .. .. 90
Image of RPET solution in acetone (ImM). . . . ... .. ... ... ..... 122
UV-ViS Spectrum . . . . . . . . 123
Schematic illustration of tip-sample interactions . . . . . .. ... ... ... ... 124
TEMIMAQES . . . . . o o e e e e 125
Gas adsorption isotherm experiments . . . . . . . .. .. ... .. ... ... 126
Nanotube model . . . . . . . . . . 127
Phenomenological model of nanotube growth and shape anisotropy de nition. . . . 128

Schematic representation of the kinetic Monte Carlo simulation of self-assembly
of HEPET . . . . 129



12

A.9 Schematic illustration of self-assembly of two Oth-order nanotubes . . . . . . . .. 130

A.10 Free energy landscapes in the regime of no assembly, and formation of 3D structures.131

A.11 Comparison experiments withkPET of differentarmlengths . . . . . . . . . .. 132
A.12 Large-scale SEMImages . . . . . . . . . . .. e 133
A.13 Tentative Model of HONT and rst-order structure. . . . . . . . ... ... .... 134
A.14 AFM image of rst-order structure . . . . . . . . ... 135

A.15 SEMimagesof microbers . . . . . . ... ... 136



13

LIST OF TABLES

3.1 Association constants and maximum capacities for COF powders with different dyes. 54

5.1 Scaling exponent of copolymergel . . . . . .. .. ... .. oL 91

A.1 Components of the dimerization free energy of benzoic acids in acetone and ether. . 117



14

CHAPTER 1
INTRODUCTION

In nature, particles form condensed phases when the interactions between the constituents over-
come the entropic effects. Different orders emerge from the competition between different compo-
nents of free energy. For example, simple amphiphilic molecules can assemble into supramolecu-
lar structures with different geometries and dimensionalities. The structure of the self-assembly is
sensitive to the experimental conditions, such as temperature, concentration of molecules, and salt
concentration for charged amphiphilic molecules. As modern synthetic techniques enable better
control of the geometry and chemistry of the building blocks, the interactions between building
blocks become highly orientational and programmable. Starting from zeolite, different strategies
for building well-de ned porous crystalline structures have been employed, leading to tremen-
dous success in synthesizing functional materials with desired pore sizes and chemical/physical
properties. This development has led to a new eld known as reticular chemistry, which includes
metal-organic frameworks (MOFs), covalent organic frameworks (COFs), and hydrogen-bonded
organic frameworks (HOFs). The design and synthesis of materials in reticular chemistry are based
on simple geometric rules. Understanding the nucleation and growth processes remains an intrigu-
ing and challenging question in the eld. Classical nucleation theory assumes that the free energy

of a cluster only depends on its size:

G= grg’ g +4r? (1.1)
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where g, represents the free energy difference per volume between the nucleated phase and the
vapor phase, and denotes the surface tension of the interface. The clusters are hypothesized to
have spherical geometry. The rst work in this thesis elucidates the mechanism of nucleation and
growth processes of hydrogen-bonded organic nanotubes (HONTS). This work unravels the com-
plex thermodynamic landscapes of the nucleation and growth processes of hydrogen-bonded or-
ganic frameworks due to their network topology. Combined with experimental results, we demon-
strate the sensitivity of the dominant product to the experimental conditions. This enables us to
control the geometries and dimensionalities of the self-assembled structures with subtle changes

in the experimental setup. This part is included in Chapter 2.

Porous materials are ideal candidates for water puri cation applications. Due to their tunable
pore sizes and solvent processibility, COF membranes have the potential to Iter pollutants and
ions through a size-sieving mechanism. Nevertheless, it is challenging to synthesize free-standing
single-crystalline COF membranes, calling the Itration mechanism into question. The univer-
sal belief in the Itration mechanism originates from experimental observations that larger dye
molecules are stopped in the permeation process. This evidence is so convincing that people did
not carefully check other mechanisms. However, our experimental collaborators found evidence
that adsorption serves as an alternative mechanism for water puri cation. Through all-atomistic
molecular simulations and theoretical arguments, | elucidate that the free energy of adsorption
is mainly attributed to entropic terms—depletion interaction. According to the Asakura-Oosawa

model of depletion interaction, the free energy of af nity is proportional to molecular size:

G= 2NksTAR; (1.2)
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whereN is the concentration of water moleculdsis the effective area of the dye molecules, and
Rs is the radius of water molecules. This model explains why larger dye molecules tend to have

higher af nity for COF membranes. This part is included in Chapter 3.

In Chapter 4, we explore the transport of particles in networks. As previous studies reveal,
when size-asymmetric colloidal particles form crystal structures, small particles can diffuse through
the lattice formed by large particles at high temperatures. This phase is reminiscent of the supe-
rionic phase in ionic crystals. When a small electric eld is applied to the superionic colloidal
crystal, the small colloidal particles exhibit nite mobility under the electric eld. When the elec-
tric eld exceeds a critical value, a phenomenon named lane formation occurs. Lane formation is
a nonequilibrium phase where charged particles with opposite charges spontaneously form lanes
under an electric eld. It is also observed when pedestrians walk in opposite directions. Previous
studies on lane formation focus on size-symmetric particles. In our system, we also observe lane
formation. Interestingly, when we further increase the electric eld, we observe another nonequi-
librium phenomenon where small particles form clusters. The large particles vibrate around their
equilibrium positions and form stable wavepackets. The vibrational motion of the large particles
resembles the soliton in nonlinear elastic systems. Due to the coupling between the uid-like de-
grees of freedom of small particles and the vibrational motion of the lattice of large particles, a

soliton-like excitation is observed far from equilibrium.

In this thesis, we explore the self-assembly, functionality, and nonequilibrium phase transition
in materials with network topology. The studied systems have positional order, i.e., are crystalline.
Conversely, disordered systems are ubiquitous in biological systems. It is important to understand

how ionic mobility changes with network structures in polyelectrolyte gels, which are disordered
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networks by nature. Collaborating with experimentalists, we obtained some preliminary results for
ionic mobilities in copolyelectrolyte gels, where the porosity and charge fractions can be tuned in-

dependently. This research serves as the outlook of my PhD research and is described in Chapter 5.
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CHAPTER 2
SELF-ASSEMBLY OF PHYSICAL-BONDED NETWORK STRUCTURE

Self-assembly is a process in which an ordered and condensed phase forms from a preexisting
disordered system with interacting components. The components are the building blocks of the
assembled structures. Self-assembly can be classi ed into static and dynamic self-assemblies,
depending on whether the system is driven by external forces. Static self-assembly occurs when
the system approaches lower free energy.

The self-assembly process can generally be divided into two steps: nucleation and growth.
The nucleation process is when the free energy of the cluster increases as more components are
attached to it, and the growth process is when the free energy decreases as the cluster grows larger.
Therefore, the nucleation process relies on thermal uctuations of the system and is seen as a rare
event with a rate that depends on the free energy barrier:

R = NsZj exp I(<3_T (2.1)

whereNs is the number of nucleation site3,is the Zeldovich factor, which gives the probability
that a nucleus at the top of the barrier will go on to form the new phase, rather than dissojve [1].
is the rate at which molecules attach to the nucl€usdenotes the free energy barrier.

In classical nucleation theory, the cluster is assumed to be spherical. This assumption of a
highly isotropic structure is reasonable for isotropic interactions between building blocks, e.g., van
der Waals interaction. This is also called the Fisher droplet model of condensation, named after

Dr. Michael E. Fisher, who used this model to understand the critical point of a uid [2]. The free
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energy of homogeneous nucleation is:
4 3 2
G= 3 r= g +4r (2.2)

ov is the difference in free energy per unit volume between the phase that nucleates and the
thermodynamic phase nucleation is occurring in, and is generally negaiséhe surface tension
between the nucleus and its surroundings, which is always positive.

Classical nucleation theory is widely used to understand nucleation and growth processes.
However, in systems with anisotropic interactions, the homogeneous nucleation hypothesis is bro-
ken. In systems with DNA tiles, graph theory is utilized to characterize the free energy landscapes
of the clusters [3]. Thermodynamic calculations will give the most stable structure of the self-
assembly process. The graph representation applies to systems with anisotropic and variant inter-
actions, including metal-organic frameworks (MOFs), covalent organic frameworks (COFs), and
the hydrogen-bonded organic frameworks (HOFs) our work focused on. In our work, we empha-
size the kinetics of the self-assembly process. The kinetics of nucleation and growth is constrained
by the detailed balance, thereby characterizing the local thermodynamic landscapes at the early
stage of self-assembly processes. The dominant product is proven not to be the most thermody-
namically stable cluster. Therefore, the self-assembly processes are kinetically controlled. The
prediction of the theory is consistent with experimental observations.

The following part is submitted to JACS in 2024. Supplementary material associated with this

chapter can be found in Appendix A.
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Hydrogen-Bonded Fibers Assembled from Trigonal Prismatic Building Blocks

Authors: Sayantan MahapatraDingwen Qiafi, Ruihua Zhang, Shuliang Yang, Penghao Li,
Yuanning Feng, Long Zhang, Huang Wu, James S. W. Seale, Partha Jyoti Das, Prateek K. Jha,
Kevin Lee Kohlstedt, M. Olvera de la Cruz, and J. Fraser Stoddart
Author contributions: M.O.d.I.C and J.F.S. designed the research; S.M. did experiments; D.Q built
the theoretical model and performed simulations; S.M., D.Q., M.O.d.l.C and J.F.S. wrote the paper.

This paper was submitted to JACS.

2.1 Chapter abstract

In reticular chemistry, molecular building blocks are designed to create crystalline open frame-
works. A key principle of reticular chemistry is that the most symmetrical networks are the likely
outcomes of reactions, particularly when highly symmetrical building blocks are involved. The
strategy of synthesizing low-dimensional networks was to reduce explicitly the symmetry of the
molecular building blocks. Here we report the spontaneous formation of hydrogen-bonded brous
structures from trigonal prismatic building blocks, which were designed to form three-dimensional
crystalline networks on account of their highly symmetrical structure. Utilizing different micro-
scopic and spectroscopic techniques, we identify the structures at the early stages of the process
and understand the growth mechanism. The symmetrical molecular building blocks grow pref-
erentially in the longitudinal direction, giving rise to highly anisotropic hydrogen-bonded porous
organic nanotubes. Entropy-driven anisotropic growth provides micrometer-scale unidirectional
nanotubes with high porosity. Combining experimental evidence and theoretical modeling, we ob-
tain a deep understanding of the nucleation and growth process. Our nding offers fundamental
insight into molecular design of tubular structures. The nanotubes evolve further in the transverse

directions to provide extended higher-order brous structures [nano- and micro bers], ultimately
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leading to large-scale interconnected hydrogen-bonded ber-like structures with twists and turns.
Our work provides fundamental understanding and paves the way for innovative molecular designs

in low-dimensional networks.

2.2 Introduction

The spontaneous assembly of molecular building blocks into intricate, porous, and interconnected
hydrogen-bonded brous structures is of paramount importance in nature, serving essential func-
tions in various biological systems [4—6]. This assembly process has sparked researchers' cu-
riosity, leading to exploration of the intrinsic mechanisms and growth processes involved in the
formation of these anisotropic structures [7—14]. Owing to their dynamic nature, the complex
structures in the early stage of the process pose signi cant challenges on experimental observa-
tions and investigations [15-17]. Here, we describe in detail the experimental and theoretical
investigations of a spontaneous hydrogen-bonded bers formation process from trigonal prismatic
peripherally extended triptycene (PET) molecular building blocks . The assembly rst of all grows
anisotropically into hydrogen-bonded organic nanotubes (HONT) and subsequently leads to large-
scale interconnected and intertwined brous structures. We demonstrate a phenomenon where
hydrogen-bonded bers spontaneously emerge fragRET (peripherally functionalized with six
aryl-carboxyl groupskigure 2.19) trigonal prismatic molecular building blocks in acetone under
ambient conditions and manage to characterize the structures of the early stages of the process and
growth trajectories. The symmetrical molecular linkers were primarily designed for applications
in hydrogen-bonded organic frameworks (HOFs) and metal-organic frameworks (MOFs) involving
complex three-dimensional (3D) interpenetrated structures [18—20], aimed at secure and ef cient
storage of methane and hydrogen gases [21], as well as possessing an exceptional water uptake

capacity [22]. Herein, by combining the molecular design, theoretical modeling with atomic force
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Figure 2.1: Evolution of hydrogen-bonded ber structures i@ under ambient conditiong)
Structural formula of PET, showing trigonal prism conformatiofh)—(f) Images of the solution

at different time intervals (03 6 9 12 24 h). The large-scale micro bers are indicated by

a few white arrows(g) Variation in transmittance (%) [at 333 nm] with respect to time.

microscopy (AFM) and transmission electron microscopy (TEM) results, we have been able to
image successfully the unidirectional HONTs with a hollow interior at the early stage of the pro-
cess, providing a non-interpenetrated structure. Furthermore, our multiscale simulations predict
the formation of a growth seed that grows longitudinally into a highly anisotropic nanotube frame-
work because of entropy loss of restricted arms. The nanotubes grow in the transverse direction
into large-scale porous interconnected micro- brous structures with twists and turns, offering key
details about the growth mechanism and trajectories.

Our results reveal how the hydrogen-bonded interconnected bers grow spontaneously from

trigonal prismatic molecular building blocks, with potential applications in ion-sensing, molecular
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inclusion, separation, catalysis, and drug delivery as well as in transmembrane transport [23].
Additionally, the phase diagram elucidates the signi cant impact of experimental conditions, such
as solvent or molecule choice, which play a pivotal role in either stabilizing or destabilizing both

the bound and unbound states of the supramolecular structures [24].

2.3 Results and discussion

2.3.1 Evolution of Fiber Structures.

The synthesis of the $PET was achieved by repeating the methods previously documented in
published literature [25]. Adding #PET to acetone (1mM) resulted Figure A.1a) in a turbid
solution characterized by abundant ber formations. In order to investigate the entire process of
ber formation thoroughly and uncover the intricate microscopic mechanisms involved, we pre-
pared freshly a low-concentration solutioni0 M), preventing rapid ber formation based on
concentration-dependent observations. This solutiogufe 2.1) was designated as the starting
point (0O hours), and the evolution of ber formation was observed over a period of 24 hours. Ini-
tially, the solution appears as clear (at 0 hotigure 2.1b), but within 3 hours, brous structures
started to emergd-(gure 2.1c)from multiple nucleation sites (visible to the naked eye). During
the period of 3 to 24 hours, the brous structures gathered progressively and aggregated into a
singular large-scale ber structur&igures 2.1d—). UV/Visible spectroscopy was employed to
examine the transparency of the solution at different time intervaigure 2.1grepresents the
transmittance of the light at 333 nm. Within 6 hours, the transmittance of the solution exhibited a
signi cant decline Figure 2.19), dropping from 94.66 to 48.3%. This decrease in light scattering

can be attributedHigures 2.1d-) to the aggregation of the bers within the solution. Subse-
qguently, the brous structures reach dynamic equilibrium slowly with the free monomers in the

surrounding solution, as evidenced by a change in transmittance fro®48.833. 26 over the
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next 18-hour duration. The transmittance spectriigyre 2.1g clearly illustrates that the trans-
mittance diminishes as the brous structures increase and aggregate. Conversely, the refractive

index of the solution exhibitdRigure A.2d) an increment over time.

2.3.2 Characterization of the Structure at the Early Stage
2.3.2.1 Atomic Force Microscopy (AFM).

In order to identify the elementary steps and the detailed structuée,L freshly prepared (i.e.,

0 h, for more details, seBupplementary Section } solution ( 10 M) was dropcasted onto a
highly oriented pyrolytic graphite (HOPG) surface under ambient conditions and subjected to AFM
analysis. A large-scale AFM imag€i@ure 2.23) is reveals the existence of elongated tube-like
structures oriented in a single direction [up to several micrometers in length]. The AFM height
pro le (Figures 2.2band 2.2d) shows a uniform diameter of 4.75 0.2 nm for an isolated
structure. The AFM phase pro le of the same tube-like structure, however, stioguaés 2.2c
and2.2e a dip in the center. This dip in the AFM phase image suggests the presence of hollow
tubes [26, 27]. Based on tip-sample interactions, one can correlate the phase shift directly to the
dissipation energyEy) in the tip-sample contact [28]. While the accurate interpretation of phase
images remains challenging, the phase shift in the tip oscillation establishes a link between the
dynamic behavior of the cantilever and the interaction between the tip and sample. The phase

variation( ) can be related to the variation in dissipation endrgy) as [29]:

PE = AZ[cos o(a) 2ap(a) agsin o( )] (2.3)

whereP is the cantilever-related constaty is free amplitude, o is phase shift, anda is the

error image. For more details, sBapplementary Section 3
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Figure 2.2: Characterization of nucleation and growth of hydrogen-bonded structures at an early
stage. (a) Large-scale AFM image, showing the existence of isolated rod-like structures. (b)—(c)
Zoom-in AFM Height and Phase images of individual nanotube, respectively. (d)-(e) AFM Height
and Phase pro le of individual nanotube along the color-assigned arrows, respectively. (f) TEM
Image shows the presence of unidirectional tube-like structuressBEMH (g) High-resolution

TEM illustrates hollow tubular structures oPFET with an interior diameter of 5.20 nm for an
individual nanotube.
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Hence, the interactions between the tip and sample can be linked to the material properties,
charge distribution, or sample conformation (geometry). The phase line pro le indi¢atps€
2.28 an average delay 6f2:75 0:25 in the phase shift on the side walls compared to the HOPG
surface. Conversely, the central part of the tube, situated between the side walls, exhibits an ad-
vancement ofl . This observation con rms the similarity in tip-sample interactions on the side
walls, while revealing a distinct behavior in the central region. This behavior is understandable
given the fact that the molecular conformation is anticipated to differ in the central region com-
pared to both sidewalls, where the molecular geometry is sinttigute A.3). This disparity in

molecular arrangement contributes to variations in the tip-sample interactions.

2.3.2.2 Transmission Electron Microscopy (TEM).

In search of more evidence to support the nanotube observation, structural morphology was vi-
sualized by TEM Figures 2.2f—9. For more details, seSupplementary Section 4 The high
resolution-TEM analysigHigure 2.2¢ corroborates the presence of hollow tubular structures with

an interior diameter of 5.20 0.02 nm for individual nanotubes. Moreover, nanotubes are also
observed Figure A.4d) to exhibit a unidirectional nature of up to several micrometers in length.
These ndings align closely with the results obtained from AFM, providing further con rmation

of the presence of hydrogen-bonded organic nanotubes (HONTS). Based on these experimental re-
sults, we consider the formation of hydrogen-bonded nanotubes as the preliminary nucleation and
growth step in the bers formation process. The spatial orientation of carboxylic acid functional
groups in trigonal prismatic #PET building blocks (dihedral angle 0f120), as well as the highly
directional nature of hydrogen bonding facilitate the growth of the hydrogen-bonded framework in
one dimension. Moreover, our AFM and TEM ndings exhibit similarities to a recent study con-

ducted by Koneet al,, [30] in which the authors designed covalent organic nanotubes (CONTS)
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using a tetratopic amine-functionalized triptycene and a linear dialdehyde as the building blocks
using an aldehyde-amine condensation process. It is also worth mentioning that, in addition to the
nanotubes, a few higher-order structures are also observable when examining the freshly prepared
solution, i.e., 0 hours under TEM analysiadures A.4d-f). A detailed discussion regarding these

structures will be provided later.

2.3.2.3 Proposed Hydrogen-Bonded Organic Nanotube (HONT) Model.

Drawing upon the AFM and TEM results, we have propogédyre 2.3g a schematic representa-

tion of the anisotropic one-dimensional nanotube structure, originating from trigonal prism-based
units. Among the six carboxylic acid functional groups, four of them engage in robust cross-linked
hydrogen bonding interactions to form a one-dimensional tube structure. The other two acidic
groups, however, remain free and available for additional structural extensions. The totality of the
AFM and TEM evidence makes any other contrary model unlikely. This tentative nanotube model
suggestsKigure 2.3b) the diameter of the tube is5.4 nm, which is in line with the TEM and

AFM measurements. Moreover, our tentative nanotube model indicates the presence of a hollow
tubular channel whose pore size has a diameter36 nm ( 36 A) and extends along the entire
length of the HONT Figure 2.3candFigure A.6b). In support of our hypothesis, the porosity

of the hydrogen-bonded bers was assessed through the measurement of the nitr)getsxp-

tion isotherm as isolating the individual HONTSs proved impossible because of their spontaneous
transformation into the large-scale micro- bers. The pore size distribution of the bers aligns well
(Figure A.5b) with the predicted one-dimensional tube model. The porosity measurements also
rule out the possibility of interpenetrated structures in the bers, which would shrink the pore
size signi cantly. Furthermore, the observed similarity in pore size distribution across both the

nanotube and large-scale micro- brous structures (i.e., higher-order structures) suggests the possi-
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Figure 2.3: Proposed hydrogen-bonded organic nanotube (HONT) model. (a) Structural formula
of HePET and its graphical representation as a trigonal prism. Transformation of the trigonal
prismatic building blocks into nanotubes. (inset) The primary intermolecular force stabilizing the
framework is the hydrogen bonding associated with the carboxyl dimers. (b) Model of proposed
nanotube, showing the diameter of the tube to 54 nm. (c) Inside view of proposed nanotube,
showing the hollow interior with 3.6 nm pore size.
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bility of assembly process during the growth of bers ( nal stage) from one-dimensional nanotubes

(early stage).

2.3.3 Theoretical Investigation of the HONT Formation at the Early Stage.

Triptycene (B, symmetry) and o-terphenyl components (in thgBT structure) are known [25]

for suppressing face-to-facestacking interactions. Consequently, we anticipate that the primary
intermolecular force governing the framework will be the hydrogen bonding associated with the
carboxyl dimers [25, 31]. It remains, however, puzzling to decipher why the molecules grow pref-
erentially in a longitudinal direction (anisotropic growth) for the formation of a rigid nanotube
framework in acetone at the early stage. In order to gain deeper insights into the nucleation mecha-
nism and the in uence of the solvent medium during the early stages of the ber formation process,
we built a phenomenological model based on molecular dynamics and kinetic Monte Carlo simu-

lations.

2.3.3.1 The Internal Degrees of Freedom of Arms and Steric Effect.

The HPET molecule features six identical arms, each terminated with carboxylic groups. Each
arm is connected to the core by a single carbon-carbon bond that can rotate as skaoguran

2.4a In the molecular dynamics simulation, it is notable that each arm exhibits four peaks in
its density distribution of dihedral angles, a pattern consistent with the biphenyl dihedral potential
landscapeKigure A.7a). Additionally, we also observe that the dihedral angles of the arms are not
independent, forming three correlated groups among the six arms. Because of stericiafjants (
2.4b), the arms within each arm group tend to adopt either the same conformation or conformations
that differ by radians. As a result, each pair of arms exhibits eight stable con guratiogsré

2.4b) with the bonding of one arm leading to the restriction of motion of a pair of aFiggifes
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Figure 2.4: lllustration of the structure ofAET monomer and steric effect between the arms.
(a) Molecular structure of the dPET monomer. The exible single l:?onds'are rparkedlin purple.
, The four blue atoms de pe the dihedral angles of the arn arctan 2[bc ((ab "bo) (bc
“cd);jbg(ab " bc) (bc " cd)]. The dihedral angles of one correlated arm group labeled by red
curved arrows. (b) The statistical distribution of the dihedral angles of correlated arm groups
when the arms are not bonded. This distribution is sampled from 3B&H molecules over 800
timesteps with intervals of 0.1 ns. (c) Schematic representation of hydrogen bonding between
HsPET monomers. The motion of the bonded arms and their neighbors are restricted because of
the hydrogen bonds and steric interactions. (d) Simpli ed representation of the hydrogen-bonded
HsPET dimer. The green arms are free to rotate, while the red arms are restricted.
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2.4c—9. The steric effect reduces signi cantly the molecule's entropy when bonds are formed.
Furthermore, we will show that the entropy loss of restricted arms serves as the origin of anisotropy

in growth directions.

2.3.3.2 The Graph Representation of the Assembly.

Since there are isomers ofsPET assemblies when the degree of polymerization is larger than
2, it is convenient to use graphs to represent assembled fragments [3]. The vertices of the graph
represent monomers and the edges represent double hydrogen bonds between carboxylic groups.
Any fragment can be represented by a graph Withvertices andNg edges, which is denoted by
Ony :Ne (Figure A.7b). The monomer is denoted &y, or m for convenience. From the graph, we
can also obtain the number of arms that are restricted, denotd by

The reversible reaction df, monomers assembled into an assembled fragment represented
by Oy e st

NymJ¥ ouy e (2.4)

We propose a phenomenological free energy of this reaction under standard conditions:

G (gnyne)=Ne Hy (Nv DT S, NaT S, (2.5)

where H, denotes the enthalpy gain of forming a double hydrogen bond between the arms.
S,, represent the loss of entropy due to the restriction of rigid body motion of one monomer in
the assembled fragmeni 5 is the number of restricted arms ands, denotes the entropy loss
due to the restriction of arm rotation. The free energies of the fragments depend not only on their
sizes, but also on their structures, which are fully encoded in their graph representations.

In the case of tree-type graphs, the fragments saligfy= Ny 1. The free energy returns to
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the free energy change of cylindrical micelles [32]:

G (Oume)=(Nv 1) Hy (Nv DT S; 4Nv DT S,
=(Nv 1)[ Hy T S, 4T S]] (2.6)

=(Nv 1) 4

where ,= H, T S, 4T S, isthechemical potential change of a monomer attaching
to atree graph under standard conditions. If we only consider the formation of tree-type graphs, the
critical concentration [32] ifmq1] = exp —=* : If the concentration of monomepsg] exceeds
this critical concentration, the self-assembly process is diffusion-limited, and the anisotropy is
minimal. Therefore, the formation of nanotube falls into the regime wimagg < [m]. In the
regime whergmg] < [m¢], there is a free energy barrier for nucleation. We bypass the nucleation
process by selecting a short nanotube as the growth seed. The short nanotube is selected because
the attachment of one monomer to the short nanotube results in the formation of two bonds, thereby

stabilizing the fragment through the creation of an additional bond. The growth process following

the formation of the seed is analyzed using kinetic Monte Carlo (kMC) simulations.

2.3.3.3 The Kinetic Monte Carlo (kMC) Simulation of Self-Assembly.

In our KMC simulation, we model the process where a single monomer is either attached to or
removed from a growing assembly on a xed lattice. The starting point for our simulation is a
short nanotube composed of 36 monomers. This simulation is designed to model the early stage
of self-assembly of an aggregate that is in contact with a reservoir of constant concentration of
monomers. That is, we are working in a grand canonical ensemble [33, 34]. Here, the concentra-

tion of monomers is set equal to the initial concentrafioh = [ mo], mirroring the conditions at
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the onset of self-assembly.
We describe the attachment or detachment of a monomer from the assembly using the follow-

ing reaction formula:

M+ Ony Ne )r ng+1:Ng (2.7)

The difference in chemical potential (') between the monomer in the assembly at a speci ¢
sitei and in the reservoir depends on the chemical potential difference under standard condition

and the concentration of the monomers:

i— " kTIn[m]= N. Hy, T S, NAT S, KTIn[mg]) (2.8)

In this formula, N. and N} denote the number of new bonds formed and the number
of arms restricted, respectively, when a monomer is added to the assembly at theTdiese
variables depend on how the monomer connects to the rest of the structure.

The ratio between the rates of adding and removing a monafpeandr!; , is dependent on

the chemical potential difference, respecting the law of detailed balance:

| | (2.9)
Sm NE Hd + NA Sa

KT k

We de ne the time unit in our simulation as the average time required for a monomer to locate an

attachable site. The time unit is estimated to be in the order of milliseconds based on the diffusion
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coef cient of the PET molecules and the rotational entropy changeS8pplementary Section 6

The achievable simulation time is thus a few orders of magnitude longer than molecular dynamics
and canonical kinetic Monte Carlo simulations. Therefore, the grand canonical kinetic Monte
Carlo simulation is appropriate for modeling the self-assembly process of hydrogen bonded organic
nanotubes. The rate of monomer addition is inversely related to the rate of nding an attachable site
and the probability of arms alignment, giver;]ti;ﬁ = (%1) Ne L The rate of monomer removal
events follows from Eq. (6)l; = rl exp k—TiI. In one Monte Carlo step, after building

the lists of the rate of all insertion and removal events, we implement the Bortz-Kalos-Lebowitz
(BKL) algorithm [35] to choose one event randomly to execute and update the state of the system.
The system evolves in the fragment space and there is no correlation between successive events
(Figure A.8). The total Monte Carlo steps for each simulation is set ta@e In order to obtain

statistically meaningful results and estimation of errors, simulations with the sr?me parameters are
[

Sm
k

repeated 10 times. The constant part in the chemical potential differengesxp , Is set

equal toexp[ 23]based on an estimation from density functional theory (DFT) calculations and
the concentration of the monomers in experiments. For more detailSupgdementary Section

6. The free parameters in our simulations are the hydrogen bonding stjertdjjfyand the entropy

loss of restricted armis S,j. By performing kMC simulations spanning the parameter space, we
observe three different phenomeragure 2.58: no assembly, formation of tubular structures,

and formation of three-dimensional structures. The system is classi ed as no assembly when it
dissembles to one monomer and the simulation stops. Then we measure the shape anisotropy of
the systems with continuous growth and classify them as tubular structures or three-dimensional
structures based on the criteridfigure A.7c) that the shape anisotropy of a tubular structure is

larger than 0.2. As the hydrogen bond strength increases, the system progresses from a state of

no assembly to the formation of tubular structures, and subsequently advances to the development
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Figure 2.5: Growth regimes predicted by kinetic Monte Carlo simulations. (a) Snapshots from
kinetic Monte Carlo simulations corresponding to different phenomena (left) no-assembly, (mid)
highly anisotropic tubular structures (nanotubes) resulting in longitudinal growth, and (right) three-
dimensional (3D) structure resulting in transverse growth. The green arms are free to rotate, the
motion of the red arms are restricted because of steric interactions. (b) The phase diagram of
HsPET assembled at an early stage. The dots represent simulation results from kinetic Monte Carlo
simulations. The parameter space is divided into three colored regions based on the data points.
Inside the tubular structure region, the closer to the no assembly region, the more anisotropic the
structure becomes.
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of three-dimensional structureBigure 2.5b). As the entropy of restricted arms increases, the

range of tubular structures formation becomes wider. This trend con rms that the entropy of
restricted arms is the origin of the anisotropy in the growth direction, i.e., nanotube formation.
In the following Section, we are going to explain the growth anisotropy in terms of free energy

landscapes of different pathways of growths.

2.3.3.4 Kinetic Growth Pathways and Free Energy Landscapes.

The free energy of fragmeauk, .n. is de ned as [2, 3, 36, 37]

G(Ouine) = G (Onyne) (Nv  1)KTIn[mo] (2.10)

It is a natural extension of the Gibbs free energy of cluster formation in classical nucleation theory.
For more details, seBupplementary Section 6 In Figure 2.6a we construct the kinetic growth
paths in longitudinal and transverse directionskigure 2.6b, we illustrate the corresponding free
energy landscapes of these two pathways within the regime of nanotube formation. The free energy
keeps decreasing as the nanotube grows longitudinally, while there are a few free energy barriers
as the nanotube grows transversely. The origin of the difference in the free energy landscapes is a
result of the different numbers of arms restricted when a monomer is attached to different sites on
the assembly.

The chemical potential change of attaching one monomer on top (denotgdsas ; =
2 Hy TS, KkTIn[mg] 4T S,, where four arms are restricted during the process. The
chemical potential change of an individual monomer attached on the side (densjad as s =
2 Hy T S, KkTIn[mg] 6T S,, where six arms are restricted during the process. There-

fore, the rst monomer is more stable on the top than on the side. When< Oand ¢ > 0,
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Figure 2.6: Energetics of nanotube growth at an early stage. (a) Schematic representation of kinetic
growth paths in longitudinal (top) and transverse (bottom) directions. The cores of monomers are
represented by blue vertices. Bonded arms are represented by red edges connecting the vertices.
The unbonded arms are also shown as short lines in the graphs for the illustration of restricted arms.
Restricted unbonded arms are also colored red, while free unbonded arms are colored N§keen.

Ng, and N, represents the changes of number of vertices, edges, and restricted arms at each
step. (b) Free energy landscape of different pathways of nucleation and growth when nanotube is
formed in the kKinetic Monte Carlo simulation. The hydrogen bond strengh,j = 22kT and
the entropy loss of restricted arpsS,j = 4k .
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there is no free energy barrier in the longitudinal growth pathway, while there exist free energy
barriers in the transverse growth pathway. Therefore, the growth in the longitudinal direction is
diffusion-limited and much faster than the growth in the transverse direction, leading to the forma-
tion of anisotropic tubular structures. The free energy landscapes in the regime of no assembly and
formation of 3D structures are demonstrate@igure A.10.

In the classical nucleation theory (CNT), the Gibbs free energy chan@g ¢f the formation

of a highly symmetric nucleus can be written as [38]:

G= v gt+A (2.11)

wherev represents the volume of the nucleus, signi es the Gibbs free energy difference per
unit volume between the parent and product pha&es,the area of the interface formed during
the nucleation process, andrepresents the interfacial free energy per unit area of the created
interface. G goes through an energy barrier as a function of nucleus size.

Alternatively, the nucleation and growth process in our model cannot be described by the clas-
sical free energy of nucleation that is only dependent on the nucleus size [39]. The free energies
of the fragments in our system are highly dependent on the geometry, especially during the early
stage of nucleation and growth. Numerous pathways of nucleation and growth exist, each charac-
terized by its unique free energy landscape. The dominance of a particular product arises from the
competition among these diverse pathways [40—43]. The relative nucleation rate of these pathways
is notably sensitive to the interaction strength. Hence, it is possible to control the dominant product
by carefully tuning the experimental conditions [44]. In the experiments, the entropy of restricted
arms and hydrogen bond strength can be tuned by varying the arm length of individual monomers
and solvent polarity. Our hypothesis can be validated by controlled experiments, which include

utilizing HePET monomers with varying arm lengthSigure A.11) and employing different sol-
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vent mixtures as reported in our previous work [25]. We hope that the knowledge acquired from
this investigation will contribute to deepening our understanding of the signi cance of competi-
tions between different pathways of self-assembly, inspiring new strategies of forming networks

with desired anisotropy [45-47].

Figure 2.7: Higher-order structures. (a) large-scale SEM image of 6-hours solution (dropcasted
from clear portion), showing abundance of nano bers. (b) Zoom-in SEM image of nano ber,
depicting unidirectional nature with26 nm width. (c)—(d) Corresponding TEM images of the
nano bers with different widths. (e)—(f) Proposed model of rst-order structure from the nanotube.

2.3.4 Growth Mechanism of Hydrogen-Bonded Fibers.

Following the structural identi cation of the early nucleation and growth stage, we proceeded to
explore the growth mechanism and trajectories of the hydrogen-bonded brous structure formation

process. After 3 hours and 6 hours, several ber structures become apparent. Consequently, we
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opted to examineHigure A.1f) the remaining clear part of the solution in more detail. Analysis
conducted using SEM revealBigures 2.7a—l) the presence of abundant nano bers, which are
classi ed as higher-order structures, exhibiting a width ranging from 20 to 170 nm. Furthermore,
the examination of these higher-order structures through TEM, i.e., structures depiEtgdra
2.7cwith a width of 33 nm andrigure 2.7d with a width of 26 nm and 55 nm provides in-
sights into the tubular morphology of the nano bers. Based on these experimental observations, we
put forward a tentative model for higher-order structures. Once the rigid HONT framework (foun-
dational framework, ©-order structureFigure 2.7 is formed through the longitudinal growth of
HsPET molecules (at the early stage), the following higher-order structure (de ned as rst-order
structure) can be generated through a self-assembly process in the transverse directions, as depicted
in Figure 2.7f. The rst-order structure has the potential to further develop into higher-order struc-
tures, including the second, third, and subsequent orders, eventually resulting in the formation of
large-scale (micrometer-width) brous structures. Although speculative, the proposed model of
higher-order structures is consisteRigure A.13) with the pore size distribution result in the -
nal brous structures. Considering the diameter of the one-dimensional HONT, which measures
5.4 nm, the predicted diameter of the rst-order structures would b@.8 nm Figures 2.7e-¥.
Through AFM analysis, we visualized the rst-order structure, which exhilbitgure A.14) a
diameter of 10.72 nm. This observation further serves as a validation of our proposed model.
The diameter®, in nm) of the higher-order structures®{-order) roughly follows a simple

equation:

D, (n+1) 54 (2.12)

Therefore, nano bers with a width of 26 nm, 33 nm, and 55 nm can be hypothesized

as 4"-order, 3-order, and 9-order structures, respectively. Moreover, the high-order structures
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exhibit predominantly a unidirectional nature, aligning well with the pattern observed in the one-
directional nanotube structures. This observation strongly suggests that the high-order structures
originate from the nanotubes. The population of nano bers decreased relafiglyd A.12c)

after 12 hours. With an increasing number of prominent large-scale bers (micrometer-width)
becoming apparent at this point in time, it is reasonable to anticipate that the nano bers have un-
dergone a transformation into higher-order [micrometen) width, referred to as micro bers]
structures through a similar self-assembly process. Following a span of 24 hours, the occurrence
of small-scale nano ber structures (ranging from 20 to 150 nm) becomes infrequent, indicating
that a signi cant portion of the nano bers have been transformed into larger-scale berms (
width) with the system reaching a dynamic equilibriufigure 2.8aillustrates the visualization

of the large-scale micro bers using SEM analysis. The image portrays an interconnected structure
composed of 4-5 bers, each with a width ranging from 10-18. Upon closer examination,

it becomes apparent that each ber exhibits numerous line-like features along itsRrgalt€

2.89. Moreover, the self-assembly process reveals the presence of intertwined structures exhibit-
ing twists Figure 2.8b) and turns Figure 2.89. The substantial growth in ber width stimulates

a degree of exibility, encouraging the development of an intertwined arrangement. We would like
to note that AFM and TEM may not distinctly detect these large-scale ber aggregaewidth)

which is likely due to from AFM's poor contrast, TEM's limitation in resolving very thick nanos-
tructures, and the necessity for both techniques to focus on highly dispersed sample regions. The

nal hydrogen-bonded brous structures remain unchanged in solution for several months.

2.4 CONCLUSION

We have explored the growth mechanism and trajectory underlying the spontaneous formation

of hydrogen-bonded bers from symmetric trigonal prismatic molecular building blocks under
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Figure 2.8: (a) SEM image of a few micro bers (width ranging from 10-15 pm) assembly. Line-
like features are visible on the walls (marked). Substantial growth in ber width induces a degree
of exibility, which introduces (b) twists and (c) turns.
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ambient conditions. At the early stage of the process, the individgBER molecules prefer

an orientational attachment to form one-directional nanotube structure because of anisotropy in
growth kinetics. Moreover, our theoretical model hypothesizes the formation of a short nanotube
as growth seed which undergoes growth preferably in longitudinal direction as a result of entropy
loss of restricted arms, resulting in the development of nanotube framework. As time progresses,
the unidirectional nanotube tends to undergo thicker growth (transverse growth), giving rise to
higher-order structures (n-width structures). This sequential progression ultimately leads to the
formation of large-scale interconnected and intertwined bers with twists and tkigare A.15
illustrates the evolution of the hydrogen-bonded brous structure formation starting fgbt& H
molecular units. Our study sheds light on the complexity and importance of the free energy land-
scapes of network structures. A subtle change in experimental conditions can alter the free energy
landscapes profoundly, thereby changing the dominant product of the self-assembly. Following
this fundamental mechanistic analysis of spontaneous hydrogen-bonded ber formation, future
work will focus on developing appropriate applications, in which molecular inclusions [48, 49]

and viscoelastic measurements [50] will be analyzed.
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CHAPTER 3
FUNCTIONS OF PLANAR MACROMOLECULES WITH NETWORKED
STRUCTURES

Two-dimensional polymeric networks are ideal candidates for porous materials. As a family of
polymeric networks, covalent organic framework (COF) membranes are promising for separating
ions, dye molecules, and other water pollutants. However, COF Ims have a polycrystalline nature,
with domain sizes ranging from nanometers to microns. Molecules can penetrate the Im through
prede ned pores and grain boundaries. Though COF Ims are not single-crystalline membranes,
they were expected to have oriented structures, i.e., the normal directions of COF domains align
with the normal direction of the Im. This expectation might not be true in thick COF membranes,
where COF domains can stick together in a random fashion. Therefore, polycrystalline COF Ims
have complex morphology, and it is dif cult to exclude the transport of molecules through channels
other than the prede ned pores.

The polycrystalline nature of COF Ims raises questions about the mechanism of dye molecule
separation experiments. Dye molecules are large organic molecules with aromatic groups and hy-
drophilic functional groups. Therefore, the interaction between dye molecules and hydrophobic
COF macromolecules is complicated. Dye molecules range in size from one nanometer to tens of
nanometers. For COF structures with prede ned pore sizes of a few nanometers, it is reasonable to
separate dye molecules of different sizes by a size-sieving mechanism. However, this size-sieving
mechanism is built on the hypothesis that dye molecules travel through the prede ned pores of
COF structures. Even if COF Ims have well-de ned oriented structures, they will not be ideal for

water puri cation if the dye molecules have high af nity for the COF Ims, since the dye molecules
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will bind strongly to the Ims and reduce their capability for water lItration. Therefore, it is im-
portant to elucidate the binding af nity of different dye molecules to COF macromolecules. In
the following report, we use experimental adsorption measurements combined with computational
results to determine the af nity of different dye molecules to COF macromolecules. Interestingly,
large dye molecules have higher af nity for COF macromolecules. This result supports the alter-
native mechanism that COF Ims serve as adsorbents in water ltration experiments, where large
dye molecules are measured to have a higher "rejection” rate because they have higher af nity for
the COF structures. The report was published in [51] and was changed structurally for the purpose

of integration into the thesis.
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Polycrystalline Covalent Organic Framework Films Act as Adsorbents, Not Membranes

Authors: Julie L. Fentdh, David W. Burké , Dingwen Qian, M. Olvera de la Cruz, William R.
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3.1 Chapter abstract

Covalent organic framework (COF) membranes are of great promise for energy-ef cient sepa-
rations. Thick, polycrystalline COF Ims have been reported to separate dyes, salts, bacteria,
and nanopatrticles on the basis of size-selective transport through ordered pores. Here, we show
that these materials function as adsorbents, not as size-sieving membranes. Binding isotherms
of several dyes typical of the COF membrane literature to three COF powder samples illustrate
that COFs are high-capacity adsorbents with af nities that span a range of 3 orders of magnitude,
trends which map onto previously reported separation behavior. Computational results suggest that
observed differences in adsorption can be correlated to variable entropic gains driving the adsorp-
tion process. The interaction between dye molecules and COF molecules can be understood using
Asakura-Oosawa theory for depletion interactions. This model explains why large dye molecules
tend to have higher af nity to the COF molecules. The theoretical results explain why large dye
molecules have higher "rejection” rate in the water Itration experiments using COF Ims, leading

to misconception that COF Ims serve as size-sieving membranes.
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3.2 Introduction

Covalent organic frameworks (COFs) are permanently porous, crystalline polymers with pre-
dictable structures obtained by reacting geometrically-constrained nodes and linkers to form net-
works of well-de ned pores [52-55]. Changing the monomer structure enables tuning of the pore
size, topology, dimensionality, and linkage chemistry [53, 55], offering a rational means to impart
emergent properties of interest for energy storage [56-58], catalysis [59, 60], electronics [61-63],
sensing [62, 64], gas storage[65], and molecular separations [66—70]. Of the many proposed ap-
plications for COFs, rationally designed membranes with uniform porosity are among the most
promising [67, 70]. So far, tested COF separation membranes vary in materials quality, and can
be divided into two categories. The rst are thin Ims (500 nm) with little or no apparent crys-
tallinity, which are obtained by polymerizing monomers at liquid-liquid, liquid-solid, or liquid-air
interfaces [69, 71-78]. These Ims exhibit low water permeability (typicalB0 L nv* bar® h't)

and have shown separations of dyes [69, 71, 72, 74—78] and salt solutions [69, 71-73, 75]. The sec-
ond category of COF membranes are obtained as thick Ims or solids using typical solvothermal or
interfacial polymerization methods, and are effectively polycrystalline powders fused into arbitrary
shapes [68, 79—-84]. These forms often exhibit higher water permeabib [ m* bar! h't), and

have been used to separate organic dyes [68, 80—82, 84], proteins [81], bacteria [80], salts [83], and
nanoparticles [79]. The separation capabilities of both categories of COF membranes have been
attributed to a size-based sieving mechanism through the micropores or mesopores de ned by the

COF lattice [68, 69, 71-84].
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Figure 3.1: Cartoon depictions of (A) an idealized COF membrane sieving molecules based on its
pore size and (B) adsorption-based separation of molecules based on their adsorption af nities for
a non-oriented COF crystallite.
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3.3 Experimental observations

3.3.1 Powder adsorption experiments

Organic dyes reported to be rejected by COF-based nano ltration membranes adsorb onto poly-
crystalline COF powders with high af nities, whereas dyes reported to pass through COF mem-
branes do not adsorb strongly. For example, an unfunctionalized, imine-linked COF powder
(TAPB-PDA, Figure 3.2) was introduced into separate agueous solutions of six organic dyes and
mixed using an orbital shaker for 72 hours. The dyes were selected because they were used in
prior reports of COF membrane separations and span broad ranges of size, charge, and chemical
structure [68, 76, 77, 80-82, 84]. The set of dyes included larger molecules that did not pass
through the COF membranes (Rhodamine B [RB], Brilliant Blue G [BB]) and smaller molecules
that were passed by the membranes (4-nitrophenol [NP], 4-nitroaniline [NA]). Despite being of
similar size to the rejected dyes, Methylene Blue (MB) and Congo Red (CR) have demonstrated
variable transport through different COF Ims and were also selected. Visual inspection of the dye
solutions after 72 h in contact with the COF powder indicated that the dyes adsorb to varying de-
grees: RB and BB adsorb strongly to the COF powder, leaving nearly colorless aqueous solutions
above the solid COF. In contrast, almost no color change was observed for NP and NA-containing
solutions under identical conditions. The MB and CR solutions exhibited moderate decoloriza-
tion. These observations, which cannot be attributed to differences in molecular transport through
a membrane, represent a rst indication that the separations assigned to size exclusion by COF
pores might instead be attributable, at least in part, to adsorption.

The range of qualitative association behaviors observed for organic dyes are quanti able and
general to multiple COF structures and linkage chemistries. The binding of each dye was assessed

in triplicate against 3 polycrystalline COF powders: imine-linked TAPB-PDA and BND-TFB, and
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Figure 3.2: Molecular structures of (left) TAPB-PDA COF monomer and (right) six dye molecules
used in the adsorption experiments.

-ketoenamine-linked BND-TFP COF structures [85—-87]. UV-Vis spectroscopy was used to quan-
tify the residual dye in each solution post-incubation and calculate the amount adsorbed to the COF
powder (Figure 3.3A). All COF-dye combinations resulted in at least partial dye removal, indicat-
ing that dye adsorption is general across all of the studied COFs, none of which were speci cally
designed as adsorbents. The three COFs do not show signi cantly differentiated adsorption be-
havior, as most dyes adsorb to all three COFs to similar degrees. The general trends observed
in adsorption experiments are similar to those claimed to arise from membrane separations [68,
79, 83]: RB and BB strongly associate with the COF powders in a static experiment, resulting in
more than 80% removal from aqueous solution. Smaller dyes like NP and NA associate to a far
lesser extent (j20% removal). MB and CR show variable and more moderate association with COF
powders (30-80% removal). These quantitative ndings offer a second indication that differences
in adsorption behavior could be a meaningful factor in molecular separations previously attributed
to size-dependent transport. Association constants between the COF powders and dyes vary by

several orders of magnitude depending on the dye structure and re ect the observed differences in
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initial uptake experiments. Isotherms were constructed for the three COF powders with RB, CR,
and NP, dyes that sample the range of associations observed in the single-point uptake experiment.
COF powder (333 mgt loading) was introduced to dye solutions at six concentrations and mixed
using an orbital shaker for 72 hours to reach adsorption equilibrium. Residual dye concentration
was determined by UV-Vis spectroscopy. The resulting isotherms were t to a Langmuir model
(Figure 3.3B-D) to determine values for maximum capacity (Qm, nigamd adsorption af nity

(KL, M) for each COF/dye pair (Table 3.1) [87—89]. For TAPB-PDA (Figure 3.3B), the maximum
dye capacities are uniformly large (700, 520, and 580 mdog RB, CR, and NP, respectively),
consistent with a high surface area adsorbent. However, the adsorption af nities of the three dyes
span a 100-fold range, with RB most strongly adsorbed (KL = 109,Nbllowed by CR (KL

=103 M) and NP (KL = 102 M). Similar trends in capacity and af nity were also found for
BND-TFB and BND-TFP COFs. To date, many “membrane” experiments have been conducted
by passing low-concentration dye solutions through thick COF Ims [68, 80, 84]. At these low
concentrations, dyes with high association constants will almost completely adsorb to the COF,
while those with low association constants will largely remain in solution, assuming that the COF
is not near saturation. Given that polycrystalline COFs have uniformly high uptake capacities, and
rejection performance is often characterized using srealb(mL) volumes of dye solution [68,

80, 84], it is reasonable to expect that adsorption could play a dominant role in controlling the

observed separation performance of these systems.

3.3.2 Flow experiments through a polycrystalline COF pellet

Mixtures of organic dyes claimed to be separated by COF membranes via selective transport are
separated when passed through a polycrystalline COF pellet. However, these dye separations are

better explained by differences in their adsorption af nity to COF powders. Typical studies de-
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Figure 3.3: (A) Removal of various organic dyes (50 mg L-1) from Milli-Q water by TAPB-PDA,
BND-TFB, and BND-TFP COFs (333 mg L-1). (B-D) Adsorption isotherms and associated Lang-
muir ts for Rhodamine B, Congo Red, and 4-nitrophenol binding to (B) TAPB-PDA, (C) BND-
TFB, and (D) BND-TFP COFs. Residual dye concentration determined by UV-Vis spectroscopy.
Error bars represent standard deviation of triplicate measurements.
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Figure 3.4: (A) Rejection of RB as a function of total passed volume with a constant 0.5 mL
min' ow rate, obtained for a TAPB-PDA COF pellet and a 50 mg Hye solution. Consistent

with literature precedent, RB is rejected initially, but performance gradually decreases, which is
more consistent with an adsorption process. Inset: photographs of pellet after testing, showing
RB saturation on the surface and within a cross-sectional area of the pellet. (B) Plot of rejection
of RB as a function of total passed volume with variable ow rate, highlighting the dependence
of observed rejection on dye contact time. Increased ow rates dramatically decrease rejection
performance, which can be partially recovered by decreasing ow rate and fully recovered with
a methanol wash. This behavior is consistent with typical adsorbents and inconsistent with a
nano ltration mechanism.
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Rhodamine B Congo Red 4-Nitrophenol
Qm (Mg/g) | KL M 1) | Qm (mg/g) | KL (M 1) | Qm (Mmg/g) | KL (M 1)
TAPB-PDA 700 9.4 x10* 520 4.4 x10° 580 2.2 x10
BND-TFB 440 7.0x10 620 1.7 x10* 2500 1.7 x10
BND-TFP 150 9.5 x10* 160 4.0 x10 2500 1.3x10

Table 3.1: Association constants and maximum capacities for COF powders with different dyes.

signed to evaluate size-sieving effectively separate a two-dye mixture consisting of a larger dye
(such as RB) and a smaller one (such as NP), although the pores of COFs evaluated in these ex-
periments should be suf ciently large to accommodate both dyes. Our experimental isotherms
demonstrate that these dyes also span a two order of magnitude range of adsorption af nities, indi-
cating that adsorption could be responsible for this separation process. To this typical mixture, we
added MB, which is similar in size to RB but exhibits substantially lower adsorption af nity, simi-

lar to NP. A mixed RB/NP/MB solution (100 mgitotal dye concentration, 33.3 mgtlfor each
individual dye) was passed through a TAPB-PDA COF pellet at a constant rate of 0.5 riiL min

5 mL aliquots of the ltrate were collected, diluted, and measured by UV-Vis spectroscopy until a
total of 40 mL had passed through the pellet (Figures 3.4A). Absorbance signals corresponding to
each dye were compared to the absorbance of appropriate controls to determine the percent break-
through of each dye as a function of passed volume (Figure 3.4B). Consistent with single-dye ow
results, the majority of the strongly adsorbing RB is removed by the COF layer, resulting in a low
and consistent solution concentration of RB throughout the 40 mL experiment, corresponding to
10-1®n0 breakthrough. Conversely, weakly associating dyes, NP and MB, break through the pellet
to greater extent, corresponding to?3breakthrough in the rst 5 mL aliquot, which increased

to 70 and 684 in later aliquots. A subsequent methanol wash removes the adsorbed dyes from

the pellet. These experiments provide compelling evidence that the dye separation capabilities
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observed in previous studies of polycrystalline COF membranes can be explained by differences
in adsorption af nities of the dyes to the COF and do not require selective transport through the
pores. The above results cast serious doubt on whether any separation of dye molecules by a
thick, polycrystalline COF membrane occurs through differences in molecular transport through
the pores rather than adsorption. Recently, nanoparticles were separated by a similar COF mem-
brane with remarkable size cutoffs that exactly matched the diameter of the inorganic component
of the particle [79]. These results would seemingly be a powerful con rmation of the ability to
tailor the size of a COF pore to achieve deterministic separation of nanometer-scale objects. This
capability would be especially useful since nanoscale structures are better matched to the size of
typical 2D COF pores than small molecules. We believe that these experiments were designed to
produce the desired size selectivity by manipulation of the nanopatrticle surface chemistry. The
reported conclusions are further eroded by a lack conclusive corroborating evidence that inexpli-
cably passed through peer review. Solution-dispersible colloidal inorganic nanoparticles contain
an inorganic core surrounded by a shell of stabilizing ligands, which prevent agglomeration, pro-
mote solvent dispersibility, and add to the total size of the composite particle beyond that of the
inorganic core. A reported size cut-off that exactly matches the size of the nanoparticle with the
calculated COF pore size ignores the contribution of the molecular ligand shell, a physically im-
possible result if transport is dominated by size-selective pore exclusion. More importantly, larger
nanoparticles reported to be rejected by the COF membrane had standard citrate ligands, whereas
smaller nanoparticles reported to pass through the membrane had cationic thiol ligands. Therefore,
the particle separation corresponded to this altered ligand identity, not just the particle size. The
thiol ligands used on the particles that were able to pass through the COF are exotic and seem likely
to have been chosen because they confer the desired separation behavior. We do not make the this

claim lightly, but it is otherwise hard to rationalize why the ligand sets were switched between
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Figure 3.5: (A) Chemical structures of NP, RB, and MB, a mixture of which was passed through
a TAPB-PDA COF pellet to study their separation in ow. (B) UV-Vis spectra of the mixed dye
stock solution and all agueous eluted fractions, color coded by dye (yellow for NP, pink for RB,
and blue for MB). (C) Percent breakthrough for each dye plotted as a function of total passed
volume of mixed dye stock solution. These data indicate that the weakly-adsorbing dyes (NP and
MB) break through the COF pellet rapidly, while strongly adsorbing RB is largely captured by the
pellet, leading to the separation of dye molecules based on af nity for the COF.
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standard and exotic ligands for populations of nanoparticles on either side of the calculated COF

pore size.

3.4 Molecular simulations and theoretical modeling

3.4.1 Description of the simulational systems

Classical all-atom MD simulations were performed using the OPLS AA/M force eld [90]. The
simulations were performed using the package GROMACS [91]. The force eld parameters of
dye molecules are achieved through LigParGen Server [92]. The simulations of BND-TFB COF
membranes combined with 4-Nitrophenol and Rhodamine B molecules are conducted with the
same simulation box size. Ten layers of COF membranes and one dye molecule are contained in
both simulation boxes. It is observed that both dye molecules are absorbed to COF membranes
at equilibrium. Since the system is translational invariant in x-y plane, the free energy pro les
of absorption (also referred to as potential of mean forces (PMFS)) were derived from molecular

dynamics simulations using umbrella sampling method along z axis.

3.4.2 Determining experimental free energies of adsorption from K values

The difference of absorption free energy achieved from experiments was determined using adsorp-
tion af nity (K ) values determined from experimental dye adsorption isotherms in accordance

with the following equation:

K4 Nitro

_ phenol

G4 Nitrophenol GRhodamineB - KTIn——— (3-1)
K RhodamineB

We nd that the experimental absorption free energy of 4-Nitrophenol is 21.1 kJ/mol smaller

than that of Rhodamine B.
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3.4.3 Calculation of enthalpic and entropic components of absorption free energy

Differences in computed values of adsorption free energies of RB and NP are in qualitative agree-
ment with ndings from the experimental isotherms, bolstering our understanding of the observed
discrepancies in adsorption behaviors of the two dyes. Molecular dynamics simulations of NP and
RB molecules interacting with several layers of BND-TFB COF were conducted. A dye molecule
is pulled from the COF surface to generate a distance-dependent free-energy pro le for the des-
orption process (Fig. S4). For a more tightly adsorbed molecule, the energy difference between
the bound and unbound state will be higher than a more loosely associated species. The computed
free energy differences of the minimum(absorption/bound state) and the at platform(free/unbound
state) are -25.3 kJ miblfor NP and -33.8 kJ mdi for RB, a difference of 8.5 kJ mdl The ex-
perimental adsorption free energy, calculated from the adsorption af nity y&lues in Table 1,

is 21.1 kJ mot larger for RB than for NP. Though the absolute values differ, likely because the
simulation uses simpli ed, low-concentration conditions for adsorption, the free energy difference
value derived from simulations is in qualitative agreement with experimental ndings. In both
theory and experiment, RB associates more strongly with the COF surface than NP.

The computation of the enthalpy differences of the absorption states and the free states cannot
be directly derived from the enthalpy values of the two states since the system is much larger than
the dye molecules and most of the simulation box interacts weakly with the dye molecules, which
means those parts are not correlated to the absorption process. The thermal uctuations of those
molecules are large compared to the enthalpic change during the absorption process. To solve
this problem, we only calculate the change of potential energies between dye molecules and other
part of the systems and the potential energies between the COF membrane and water molecules.
Physically these parts are the potential energies that matters during the absorption processes. These

values are calculated to be:Hjs nirophenot =  10.:6 kJ=mol, Hgpodamines = 20:7 kJ=mol
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Usingtheformula G= H T S, we ndthe entropy changes during the absorption process:
T S4 Nirophenot = 14:7kJ=mol, T Sgnodamines = 60:8 kJ=mol.

The adsorption process is driven by a large entropic gain during COF/dye association, and the
difference in af nity can be correlated to the relative sizes of dye molecules. To determine the en-
tropic contributions, we decomposed the absorption free energi@¥iito enthalpic components

H and entropic components S. The calculated enthalpic componentd{) of the absorption

free energies are negative for NP and positive for RB, indicating that adsorption is energetically
unfavorable for RB and suggesting that its adsorption is driven by a large entropic gain. Indeed, the
entropy change during RB adsorption is approximately four times that of NP. Further simulations
suggest that this increase in entropy upon adsorption can be attributed to depletion interactions
between the COF and dye molecules. As a molecule approaches the COF surface, the excluded
volume for water molecules is reduced, resulting in an increase in system entropy. As the dye
molecule increases in size, more water is displaced because the excluded volume is larger, and the
entropic gain increases in magnitude. This means that larger molecules should have a signi cant
advantage in adsorption af nity to COF structures before any speci ¢ chemical structure or ener-
getic terms are considered. This simple result may explain why larger dyes are often observed to be
size excluded from polycrystalline COF membranes and smaller ones are not, even if size-selective

transport through a COF pore is not the mechanism driving the observed separations.

3.5 Conclusions, Implications, and Outlook

In the area of framework materials, it is tempting and perhaps too common to map seemingly
reasonable mechanistic hypotheses onto cartoons that do not depict reality. Polycrystalline COF
membranes used in separation studies to date are ultimately not the idealized 2D COF structures

derived from powder diffraction methods, and it is hard to rationalize how an unaligned, polycrys-
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Figure 3.6: (A) Simulation snapshot of a 4-Nitrophenol molecule being pulled from the BND-TFB
COF membrane (B) Simulation snapshot of a Rhodamine B molecule being pulled from the COF
membrane. In both gures, water molecules are invisible. (C) and (D) correspond to free-energy
pro le of 4-nitrophenol(C) and Rhodamine B(D) for moving from the absorption state into the
bulk water. All free-energy pro les are de ned to zero at the pulling start point. The z value of the
start point are set to zero. The dashed lines represent the boundaries of the absorption regime and
the bulk water. The absorption free energy is calculated from the difference of the minimum of the
free energy le and the average of the free energy in the bulk water.
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Figure 3.7: Simulational results of entropy and enthalpy portions of the free energy of adsorp-
tion. It can be seen that even Rhodamine B is enthalpically unfavored for adsorption, the entropic
term dominates the free energy and favors the adsorption of Rhodamine B, which is a larger dye

molecule.
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talline, and defective structure can show both very high apparent size selectivity and permeability.
The present study indeed demonstrates that dye separations through polycrystalline COF mem-
branes, often attributed to size-selective rejection, more likely occur via mechanisms that do not
require pristine membranes nor specialized fabrication techniques. COF samples show adsorp-
tion isotherms of various chromophores commonly used to demonstrate separations that strongly
implicate adsorption as the primary separation mechanism for so-called COF membranes. Ad-
sorption is not an inherently undesirable separation mechanism, but novel adsorbents are designed
and deployed in completely different forms and contexts than separation membranes. We would
expect these differences to become clear in future efforts to engineer separation processes using
polycrystalline COF Ims or other efforts to build on the existing COF membrane literature. Based

on these ndings, it is necessary to reevaluate the eld of COF-based separations. The assump-
tion that polycrystalline COF Ims function as precise molecular sieves has propagated through
the literature because of a pervasive lack of adequate membrane performance characterization,
as well as the widely variable materials quality of tested COF membranes. Our ow rate- and
volume-dependent dye rejection studies demonstrate that experiments run at insuf cient ow rates
and volumes can support inaccurate conclusions about the separation mechanism. Although these
parameters might be rstidenti ed by optimizing new COF systems, studies that do not also probe
other conditions risk failing to recognize the actual transport/rejection mechanism and might in-
stead serve to con rm preconceived hypotheses. Using objects that are more appropriately sized
to the typical COF pore than previous small molecule models, reported nanoparticle sieving ex-
periments appear to be a powerful demonstration of size-selective transport through a molecularly
precise membrane. Though solely attributed to differences in particle size and exactly correlated
to the dimension of the tested COF pore, the reported nanoparticle separations also corresponded

to a change in surface ligand chemistry. An unnecessary change with this level of precision did
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not occur by coincidence. Extraordinary claims of size-selection require exceptional evidence to
corroborate them, and reviewers should demand very high standards for studies that insinuate this
behavior. Surface chemistry must be consistent in any demonstration of size-selectivity. Size-
selectivity must be quanti ed and reported based on self-consistent bulk measurement techniques
that con rm observations made by microscopy. The performance yield must be characterized
and reported over long elution volumes, as size distributions determined by microscopy at early
elution points are insuf cient evidence for demonstrating size-selection. Though nanoscale size-
separations remain a potentially promising application for COFs, meaningful conclusions require
careful consideration of less-prominent factors in the chosen system, consistency, and appropriate
control experiments. To realize the potential of molecularly precise membranes for any proposed
separation, improved materials quality is critically important. Ascribing a precise, molecular sep-
aration mechanism based on pore transport to materials that obviously do not exhibit the ideal
structure and orientation will impede real progress in this eld. However, the idealized cartoon
structure for a 2D COF membrane (crystalline, oriented, long-range order) has yet to be attained,
and it is reasonable to expect that the dominant mechanisms of molecular transport, and therefore
rejection, by COF Ims will change as crystallite size and orientation are increased. For instance,
a COF Im composed of crystallites that are highly oriented in a pore-on geometry will contain
continuous channels that may facilitate more through-pore molecular transport than a non-oriented
counterpart. Furthermore, as the lateral dimensions of crystallites are increased, the density of
grain boundary defects will decrease, and the relative contributions of through-pore and through-
defect transport will change. These structural improvements may manifest themselves in new
mechanisms of small molecule rejection, which could include a mixture of pore-mediated size
exclusion and adsorption to the COF surface. It is critical that researchers approach the charac-

terization of these improved materials and their transport properties with care, as the underlying
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mechanisms will be complex. Such studies will require carefully designed control experiments
that unambiguously demonstrate that rejection is attributed to the COF alone, rather than any sup-
porting membrane, as well as systematic studies of separation performance with varied conditions
to rule out alternative transport mechanisms. Despite these challenges, focused efforts to enhance
membrane quality and improve materials characterization thereof are foundational to advancing the
eld towards designer membranes, which have the potential to revolutionize the eld of separation

science.
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CHAPTER 4
TRANSPORT IN A NETWORK STRUCTURE

When particles are driven in opposite directions, they spontaneously segregate into owing lanes.
The formation of lanes reduces the friction between oppositely moving particles and increases the
ef ciency of motion. The lane formation phenomenon is ubiquitous in charged colloidal mixtures
[93], pedestrian dynamics [94], and active Brownian particles [95].

When the size asymmetry of particles increases, the large particles tend to form periodic struc-
tures while small particles diffuse freely through the lattice. This phenomenon is known as superi-
onic behavior in ionic conductors [96] and colloidal mixtures [97—99]. When superionic colloidal
mixtures are driven by an external eld, it is expected that the large and small particles respond
differently. The lane formation phase is observed at a low eld, which is similar to the size-
symmetric systems. The coupling between the ow of small particles and the vibrational motion
of the large particles leads to a novel nonequilibrium phase. Small particles aggregate into clusters
with the occurrence of stable wavepackets of vibrational motion of large particles. This behavior
is reminiscent of soliton excitation in nonlinear dynamics. The following report is published in

[100].
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Field-driven cluster formation in two-dimensional colloidal binary mixtures

Authors: Dingwen Qian, M. Olvera de la Cruz

This paper was published in [100]

4.1 Chapter abstract

We study size- and charge-asymmetric oppositely charged colloids driven by an external electric
eld. The large particles are connected by harmonic springs, forming a hexagonal-lattice network
while the small particles are free of bonds and exhibit uid-like motion. We show that this model

exhibits a cluster formation pattern when the external driving force exceeds a critical value. The

clustering is accompanied with stable wavepackets in vibrational motions of the large particles.

4.2 Introduction

In solids, the atoms vibrate around their equilibrium positions and the excitations of vibrational
motions, phonons, are well described by elastic theory [101]. Although particles in uids have
vibrational motions, they do not have well-de ned equilibrium positions. Instead of tracking the
motion of individual uid particles, it is more appropriate to describe them with continuous quan-
tities, such as density, velocity, and pressure. Active systems can be solid or uid. While active
solids have well-de ned reference positions, active uids do not. Most well-studied active systems
are uids [102—-104], however, interest in active solids has grown recently [105, 106].

In many physical systems, people have observed the coexistence of vibrational and uid-like
degrees of freedom. Examples include ion cores and conducting electrons in metals, rigid and
mobile ions in superionic conductors [96] and most recently, superionic behavior observed in size-

asymmetric colloidal compounds [49, 97-99, 107-110]. While there are many reports on the



67

equilibrium behavior of these mixtures, the far-from-equilibrium behavior is still not studied. In
this paper, we explore the far-from-equilibrium behavior of systems with fattational and
uid-like degrees of freedom.

Here, we study size- and charge-asymmetric oppositely charged colloidal compounds under an
external electric eld in a two-dimensional space. The study of two-dimensional colloidal mixtures
is highly relevant to the behavior of materials con ned at interfaces in both equilibrium [111-114]
and nonequilibrium [115, 116] conditions. When colloidal particles sediment onto the base of
a glass sample cell, they form a monolayer of colloidal mixtures and their motions are in the
two directions parallel to the glass base [111]. Recent advancement in the synthesis of colloidal
disks [117] inspires us to study size-asymmetric colloidal disks in a two-dimensional space. A
particular feature of our model systems is harmonic interactions between the large particles. The
large colloidal particles are connected by harmonic springs and form a hexagonal lattice. The
harmonic springs enforce elastic coupling between the motion of the large particles in the far-
from-equilibrium regime, and elasticity plays an important role in the phenomena we describe in
this paper. Experimentally, the development of programmable DNA origami nanosprings makes it
possible to create springs with adjustable lengths and strengths [118]. Two-dimensional networks
of polymer-linked nanoparticles have been synthesized [119], which is similar to the network of
large colloidal particles we propose in this paper. Another important feature of our systems is an
extremely large size ratio. The size of the small particles is set to be much smaller than the large
particles so that the small particles drift across the lattice under the external eld, showing the
behavior of a continuous ow. Under external driving force, the small particles ow through the
lattice formed by the large particles, resembling the ow of uid through the interstitial spaces
in a foam [120, 121]. In this study, in analogy to the solitons found in the ow of uid through

foams, we observe cluster formation of small particles and soliton-like vibrational motions of the
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large particles when the external driving force exceeds a critical value. The soliton-like vibrational
motions mean that wavepackets of displacement vectors of the large particles travel with stable

shapes.

4.3 Model and methodology

Here we brie y summarize the system design and geometry. The motions of the size-asymmetric
colloidal disks are con ned to the two directions parallel to the substrate. The size ratio between
the large and small colloidal particlesks: r = 20 : 1 and the number ratio between the large
and small particles isl : n =1 :12. The radius of the small particlesris= 50 nm, which is the
unit length scale in our system. The large colloidal particles are connected by harmonic springs,
forming a hexagonal lattice with lattice constant 45r. FIG. 4.1 shows the geometry of one
unit cell of the system from the top view and the side view. The total area fraction of the colloidal
particlesis = 0:738 The simulations are conducted in a square box contaBng60 unit cells
with periodic boundary conditions. The particle number, volume, and temperature are constant.

We introduce here the interactions and external driven forces in our Brownian dynamics sim-
ulations. Since the system is in a low Reynolds number regime, overdamped Langevin dynamics
is implemented to simulate the equilibrium and nonequilibrium behavior of our system, which ne-
glects the inertia of particles. We use the LAMMPS package to conduct the Brownian dynamics
simulations [122]. We do not consider hydrodynamics effects here. The equation of motion for
particle i is: _

dri r U+ F'eX+

~ . i (4.1)

wherer; is the position vector of the particle U is the total conservative force potential energy,

F., = Eq is the external force acting on the partitjeand ; is the drag coef cient of particlé.
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Figure 4.1: Sketches of the system geometry. (A) Top \éigzw of one unit cell of the hexagonal
lattice. The lattice vectors ar = [45r; 0] andg = [%X; 23] The electric eld is applied

in the direction ofga,, which is the x-direction of the simulation box. (B) Side view of the 3D
structures of the large colloidal particles, small colloidal particles, and nanosprings connecting the
large particles. The height of the small particles is much lower than the height of the large particles,
h  H, and the monomers of the nanosprings are typically at the length schlenafTherefore,

the nanosprings are not an obstacle for the small particles.
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The charge of the large particlesgs = 96 e and the charge of the small particlesis= 8e.

The charge ratio between the large and small particles isgs = 12 : 1, which respects the

charge neutrality considering the number ratidNis: n = 1 : 12. The drag force on particle

depends on the drag coef cient and velocity of the partigde =  jv;. Here we explain how we

set the drag coef cients of the colloidal disks. We set the height of the colloidal disks to be much

smaller than their radius, i.eh,= 5 nm randH =50 nm R. In alow Reynolds number

uid with viscosity , the drag force on a disk with radiusnegligible heighth  r and moving in

the plane with speed has an exact formulgp = % r v, which is independent of the thickness

of the disks [28]. Therefore, the friction coef cients of the small particles and large particles are
s = %r and | = #£R respectively, where the water viscosity iss 1 10 3 Pa s. It

follows that the friction coef cient for the large particles is 20 times the friction coef cient for

the small particles,, = 20 s. The thermal force; is a white noise with zero mean, satisfying

h I = 2“5‘—iT i (t t9, wherei, ] denote the particle indices and denote the spatial

i
directions. kg T is the thermal energy al = 298 K and set as the unit energy scale in the
simulation. The Brownian time of the small particles 13—2 =3:3 10 *sis set as the time unit,
whereD = "B—ST is the bare diffusion coef cient of the small particle. The timestep for integration
is t=10 4.

The potential energy of total conservative interactibhsonsists of bonded and non-bonded
interactions).( The bonded interaction is the harmonic potential between neighboring large particles,

Uspring = %K (rij a)? where(nn) denotes nearest neighboks,is the spring constant,

fij g(nn)
rij is the distance between the neighboring large particlesaaadhe equilibrium length of the

harmonic springs, which equals the lattice constant. In this report, we use a dimensionless spring
constant to quantify the strength of the springs,= ff;—Tz wherer is the radius of the small

particles and the unit length scale in our simulations. The non-bonded interactions are composed
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of two parts, the hardcore interaction and the screened Coulomb interaction. We use the repulsive

Weeks-Chandler-Andersen (WCA) potential to model the hardcore interatkjps (rj; ) given

by 3
S 4" i 1 _ ® + " ri < 2126 i -
, " T | | (4.2)
- 0 ri = 216 ij -

and Yukawa potential to model the screened electrostatic interaction,

8Gq expl (rj i )]

Uelri) = 4.3
Here, j = R; + R; where theR; andR; are the radii of particle andj respectively. The
WCA interaction strength = 10 ks T, = “+,and g = ﬁ is the Bjerrum length. The

Bjerrum length equal®:7 nm for water solvent al = 298 K, andg andq are the charges of

the particlei andj in the unit of the elementary charge respectively. The Debye lengthr
X
=4 4 n;z?) 2 is a measure of how far a charge carrier's electrostatic effects persist in

a solution Witm‘ree ion concentration and ion charge numbegs. The environment is deionized
water with ion concentration = 10 7 mol=L. The Debye length equals m in the deionized
water atT = 298 K, which is the radius of the large particles. This means the electrostatic
interaction persists up to the radius of the large patrticles.

Before we conduct the simulations on the nonequilibrium conditions, we prepared the systems
by allowing them to reach thermodynamics equilibrium. We set the external force equal to zero
and run the simulations fdr®> . The pressure and internal energy of the systems become stable,
and we see that as the criterion of equilibrium for the systems. Then, we apply an external force
on the systems and let them evolve under nonequilibrium conditions. In this study, we focus on

the nonequilibrium steady state (NESS) which is de ned when the number of clusters reaches a
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constant value. In our simulations, we observe that clusters of small particles form and change in
sizes until the system reaches this nonequilibrium steady state (NESS). The typical time to reach
the nonequilibrium steady stateli§* .

The particles are driven by an external electric eld in the x-direction. The large particles are
driven to move to the right and the small particles are driven to move to the left. ngm Eqg,
we know that the magnitude of the external driving force on the large particles is 12 times the
magnitude of the external driving force on the small particles. To quantify how strong the external

driving force is compared to the thermal noise, we use the dimensionless driving’forc}—%r =

Eqr
ke T

, Wheref ¢ is the magnitude of the external driving force on the small particlesthe radius
of the small particles ankk T is the thermal energy.

The center of mass of all large colloidal particles drifts due to the external eld and the collision
with the small particles. When we look into the vibrational motions of the large particles, it is more
convenient to choose the center of mass of all large particles as the frame of reference, which we
call the COM frame in this report. We only use the COM frame when we present the results of
the vibrational motions of the large particles, and use the laboratory frame of reference for other
parts of the report. The transformation of the coordinates of particles from the laboratory frame
of reference to the COM frame 15(t) = ri(t) Rem(t), wherer(t) is the position vector of
the particlei in the COM frame at time, ther;(t) is thexposition vector of the particiein the

laboratory frame of reference at timendR¢y (t) = Nl R;i(t) is the position vector of the

i2Large
center of mass of all large particles in the laboratory frame of reference at tifi¢e useR;

to denote the position vectors of the large particles while usirig denote the position vectors
of any particles. In the COM frame, the displacement vector of one large particR (5 =

Ri(t) Rio, WhereRjq is the reference position of the large particland does not change with



73

X

time in the COM frame. It follows that Ri(t) = 0. The displacement vector elds are

i2Large
calculated in microstates (snapshots) of the systems. We also calculate the vibrational spectra of

the large particles using the discrete Fourier transform of the time pro le of the velocities of the

large particles.

1 Nfr%e 1
V()= Va(tj)expli2 t ] (4.4)
Nframe i=0
2 1 Npé(icles 5
Im( )= 55— JVom ()] (4.5)
r<N particles  _;

The vibrational spectra are calculated from velocites recorded Mggy = 1000 consecutive
timeframes. The inder denotes the component of the velocities, which cax e y in our
systems. The vibrational intensity is dimensionless due to the preféctor

In this report, we focus on the effects of varying the external driving force and the spring

constant of the springs between the large particles. The dimensionless spring consténts are

20,30, 40, corresponding t& = ¥ =3:36 10 2; 504 10 % 6:72 10 2pN= m. The

strongest dimensionless driving forcefis= 80, corresponding t& = rqurT = 5:13 mV=nm,

which is much lower than the breakdown eld of wateg = 65 mV=nm [123].

4.4 Results and discussion

Whenf~ 1, the small particles distribute homogeneously in the lattice (FIG. 4.2A). When1,

the small particles form lanes in the channels (FIG. 4.2B). The lane formation is observed in size-
symmetric colloidal mixtures when the particles are not connected by the springs [93, 125-132].
In our systems, the small particles form lanes, but the large particles do not aggregate, due to
the springs. Interestingly, we observe the formation of clusters of small particles with further

increasingf~ (FIG. 4.2C). When we freeze the motion of the large particles, the small particles
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Figure 4.2: Representative snapshots of colloidal mixtures driven in opposite directions with the
dimensionless spring constaRt = 30. The left gures represent the whole simulation boxes,
while the right gures are enlarged portions of the left gures. All gures are enlarged 4 times
from left to right. In addition, the small particles are enlarged 4 times the original size to make
them visible. The snapshots are made using the OVITO package [124]. (A) The dimensionless
spring constant and driving force dfe= 30 andf~= 0:1, respectively. The driving force is much
smaller than the thermal noise, and the small particles distribute homogeneously in the lattice.
(B) The dimensionless spring constant and driving forcekare 30 andf™ = 10, respectively.

The small particles form lanes in the channels between the large particles, while the large particles
vibrate randomly. (C) The dimensionless spring constant and driving for¢e ar80 andf™= 20,
respectively. The small particles aggregate into clusters in the channels between the large particles.
(D) The large patrticles are frozen on their reference positions forming a hexagonal lattice, while
the small particles are driven by the dimensionless external forc&0.
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